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Abstract: The application of gears, especially spur gear, is widely available in most engineering 
applications. Especially for high module steel spur gear, it is used extensively in heavy 
machineries such as cranes and metal crushers. Therefore, it is crucial to avoid catastrophic 
damage to gears by understanding the crack behaviour. Provided the crack does not propagate 
into the rim, only minor accidents are likely to happen or else catastrophe may be expected again. 
Therefore, the study of crack behaviour on stress intensity factor (SIF) with different magnitude 
of moment was conducted. This study implemented the application of extended finite element 
method (XFEM) in ABAQUS to overcome the limitations of a conventional method, the finite 
element method (FEM). The need of re-meshing was avoided in this simulation. The crack 
propagation pathways were visualised using the ‘STATUSXFEM’. 
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1 Introduction 

According to Xu (2008), in any industrial practices, 74% of 
gears used are spur gears, 15% are helical gears, 5% are 
worm gear, 4% are bevel gears and the others are epicycle 
or internal gears. Therefore, failure due to crack in a spur 
gear is common. Crack is defined as the opening created 
when surfaces move in opposite directions. The major 
causes of crack propagation are mainly due to the 
magnitude and direction of load and its loading cycle. These 
factors contribute to a different pattern of crack propagation 
either through the tooth or towards the rim. According to de 
Oliveira (2013), when the crack grows toward the rim, it 
possibly causes catastrophic damage to the gear, causing the 
machine to stop running. Therefore, it is significantly 
important to study the behaviour of crack propagation in the 
gear. Through understandings of crack growth behaviours 
after crack initiation, engineers are able to design proper 
safety precautions and maintenance schedules. 

Crack initiation occurs at the point that experiences the 
largest stress (Pandya and Parey, 2013a). Ahamed et al. 
(2014) and Eriki et al. (2012) also predicted that the crack is 
initiated at the tooth or specifically below the pitch line. The 
outcomes of their studies enhanced their prediction on crack 
initiation through the propagation path along the tooth. 
Crack propagation is highly dependent on the thickness of 
rim and the crack position (Curà et al., 2014). He studied 
the crack propagation for different positions of crack and 
concluded that as the position changes, the crack 
propagation path changes for a thin rim gear. On the other 
hand, Pandya and Parey (2013b) studied the crack 
propagation at different positions. Lewicki (2001) and 
Podrug and Jelaska (2006) also studied on spur gear crack 
propagation with various speed on different backup ratio 
and different locations respectively. However, both the 
studies lack information about the stress intensity factor on 
the crack tip. In contrast, Lewicki et al. (2001) studied the 
stress intensity factor on effect of different load dynamically 
on a spiral-bevel gear. By understanding the progress of 
available researches, the knowledge of stress intensity factor 
on the crack tip of a spur gear with different magnitudes of 
torque is unavailable. There is too much focus on a 
dynamically applied load, neglecting the significance of 
static load, as there are many applications involving high 
static load which include different types of cranes and car 
crushers. Hence, the crack propagation pathway when 
different magnitudes of moment are applied at a risky 
position is studied. By observing only the crack propagation 
pathway, it is insufficient in the design process due to the 
unavailability of theoretical guidance. Therefore, the stress 
intensity factor (SIF) at the crack tip is studied to indicate 
the behaviour of crack propagation towards the remote 
stress applied, especially on the strength of the cracked gear 
tooth. 

In recent years, finite element method has contributed 
significant amount of solutions for problems related to crack 
analysis. However, application of FEM remains challenging 
in the study of crack propagation. The primary problem in 
crack growth simulation is the computation of state stress in 

a cracked body while dealing with the discontinuities in 
certain fracture criterion (Bordas, 2003). Therefore, 
extended finite element method (XFEM) is used to 
overcome the singularity, 1/ r  problems at the crack tip 
by incorporating the singularities in local approximation 
(Edke, 2009). Finite element method has disadvantage in 
mesh generation as it consumes time and high computer 
memory capacity. The mesh must be consistent with the 
discontinuity (Abdelrahman, 2011). In other words, the 
mesh must be aligned with the domain boundaries. A study 
by Eriki et al. (2012) on the crack propagation of a spur gear 
using FEM has used the ‘delete and fill’ method for re-
meshing purposes. This process is tedious and has become a 
primary problem on dealing with growing cracks. 
Therefore, XFEM has become a popular alternative in crack 
propagation analysis. XFEM is independent of the crack as 
it is able to avoid mesh refinement procedure and can be 
modelled on fixed mesh (Abdelrahman, 2011). It is because 
XFEM allows crack to pass through an element. Therefore, 
application of XFEM is used in this study to visualise and 
study the behaviour of crack propagation. This method is 
able to prevent singularities of crack, reduce computational 
burden and avoid the mesh refinement for every crack 
growth process. 

2 Background 

Stress intensity factor is a parameter that describes the 
cracks’ behaviour (Hernandez, 2013). It is generally 
denoted by K and is described as the stress state at the crack 
tip region and the resistance of the material. The relation of 
stress intensity factor and the affecting parameters are 
shown in equation (1) (Abdelrahman, 2011). 

K C aσ π=  (1) 

where 

a length of crack 

σ remote stress applied 

C finite geometry correction factor. 

3 Methodology 

3.1 Model generation 

Generally for heavy industries, gears with a large module 
are used due their ability to transmit high load. Therefore, a 
pair of module 8 gears was selected from the study by 
Hwang et al. (2013). The specifications of the chosen spur 
gear model are shown in Table 1. The gear models were 
generated using Solidworks and was then extruded into 
smaller parts to reduce simulation the time. The gear model 
was then imported to ABAQUS for simulation setting up. 

The gear pair was adjusted so that both surfaces of pitch 
circle of the gear teeth touch each other for loading transfer. 
The material property of the gear was defined E = 200 Gpa 
and v = 0.3. Friction factor of 0.2 was included as 
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mentioned by Xu (2008) where frictions must be considered 
as long as two surfaces are in contact. Since it was a static 
analysis, the outer surfaces of the pinion including the shaft 
surface were fixed. For a pinion, the gear was made to rotate 
at a reference point with applied moment. 

Table 1 Specifications of spur gear 

Parameter Pinion and gear 

Number of teeth, N 22 
Module, m 8 
Pitch diameter, D (mm) 176 
Base diameter, D_b (mm) 165.39 

Pressure angle, ∅ 20° 
Face width, w 120 mm 

For a gear tooth in contact, the crucial part of the gear is at 
the tooth surfaces which are in contact. Therefore, the 
contact edges were meshed with very high density of  
0.1 mm mesh size. According to Xu (2008), a hexahedron 
element has higher simulation precision than a tetrahedron. 
Therefore, hex typed element was used in this model as 
shown in Figure 1. 

Figure 1 Meshed gear and pinion (see online version  
for colours) 

0.1 mm mesh size 

6 mm mesh size 

 

3.2 Model validation 

The contact theory was used in the model validation. The 
theory allows the observation of the deformation of 
mechanisms that are in contact (Abdelrhman et al., 2016). 
The contact stress was generated in ABAQUS using the 
finite element method by applying five different magnitudes 
of torque on the gear. For validation purposes, the 
ABAQUS simulated contact stress is then compared to the 
calculated theoretical Hertzian and AGMA contact stress. 
The equations are shown in equations (2) and (3)  
whereas the values for respective parameters are shown in 
Tables 2 and 3. 

By referring to Gupta et al. (2012) 
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Given that, 

Table 2 Percentage difference of contact stress 

Parameter Descriptions Value 

Dg and Dp Pitch diameter of gear and 
pinion respectively 

176 mm 

Eg and Ep Young’s modulus of gear and 
pinion respectively 

200 MPa 

F Resultant force 24,028.65 N 
pc Hertzian contact stress 398.92 MPa 
vg and vp  Poisson ratio of gear and 

pinion respectively 
0.3 

W Face width 120 mm 

By referring to Association (1995) 

2
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H E t o v s
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K
Z F K K K

RWZ
σ =  (4) 

Given that, 

Table 3 Percentage difference of contact stress 

Parameter Descriptions Value 

σH AGMA contact stress 402.71 mm 

Ft Tangential force 22,579.55 N 
Kh Load distribution factor 1 
Ko Overload factor 1 
Kv Dynamic factor 1 
Ks Size factor 1 
R Pitch radius 88 mm 
W Face width 120 mm 
ZE Elastic coefficient 187 
ZI Geometry factor for pitting 

resistance 
0.22 

Since contact stress occurs at the point of contact, the 
highest stress was seen at the point of the surface contact 
between the tooth of gear and pinion as shown in Figure 2. 
The contact stress along the tooth is also compared with 
previous outcome as shown in Figure 3. Table 4 summaries 
the percentage difference between the simulated and 
theoretical contact stress. 
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Figure 2 Contact stress at the surface of the gear  
(see online version for colours) 

Gear Pinion 

 

Figure 3 Contact stress along the gear tooth from  
(a) current simulation and (b) Wright (2013)  
(see online version for colours) 

    
(a)  (b) 

Table 4 Percentage difference of contact stress 

Torque (MN.mm) 1.987 
ABAQUS (MPa) 402.71 
Hertzian (Mpa) 398.98 
Percentage error (%) 0.93 
AGMA (Mpa) 412.23 
Percentage error (%) 2.31 

3.3 Crack initiation 

Figure 4 shows two different crack positions which were 
used for validation and analysis purposes. The location of 
crack on the fillet used for validation has been used in the 
study by Ahamed et al. (2014) and Wright (2013). It is due 
to the higher stress distribution at the particular area. The 
position below the midpoint of fillet is likely to be more 
dangerous due to the chance of growing towards the rim. 
However, Position E which is indicated in the study by Curà 
et al. (2014) was not used because it is located relatively far 
from the concentrated stress area. Therefore, only Position 
D was used for analysis purposes. 

According to Pandya and Parey (2013a), for a contact 
ratio less than 2, the shape of the crack must be curve. In 
this study, the contact ratio of the model was calculated as 

1.58 and therefore the crack is curved in shape. As 
simplification, only the crack length of 10% was used as it 
is more likely to happen in practice. The 10% of crack 
length can be found in the study by Pandya and Parey 
(2013b). The cracks can be visualised in Figure 4. 

Figure 4 Location of crack for validation and analysis  
(see online version for colours) 

Position C: Validation

Position D: Analysis 
 

The crack and the enrichment region were defined using 
ABAQUS. The enrichment region is the region where a 
crack is initiated and subsequently grows. Then, the 
material properties of the crack were defined in the damage 
for traction separation law and damage evolution as shown 
in Table 5. 

Table 5 Material properties for damage criteria 

Properties Value 

Maximum principal stress 472 MPa 

Fracture toughness 65 MPa. mm  

Fracture energy 21.125 mJ/mm2 

For validation purposes, a moment of 50 MN.mm was 
applied to the gear tooth. It is because when the largest 
moment is applied on the gear, it shows the most significant 
crack propagation pathway. For analysis purposes, moments 
from 10 MN.mm to 50 MN.mm were applied to study the 
behaviour of crack propagation on the stress intensity factor 
when different magnitude is applied. The moment applied 
on the gear is visualised in Figure 5. 

Figure 5 Direction of moment applied on gear  
(see online version for colours) 

Reference point 

Rotation direction 
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Figure 6 Mesh partition, (a) before and (b) after mesh  
(see online version for colours) 

    

Crack 

Mesh 
refinement 

region 

 
(a) 

 

Mesh 
refinement 

region 
Crack 

 
(b) 

3.4 Mesh generation 

In the XFEM, the crack will elongate in a certain distance 
away from the crack initiation point. Therefore, a new mesh 
region of the crack with higher density was defined to allow 
the crack to propagate accurately through the region. A 
quarter circular arc region with a centre point at the initial 
crack point was created perpendicular to the crack. The arc 
was then offset with a distance of 1 mm for each interval, as 
described in Figure 6. The main motivation of using the 
particular pattern for the mesh region is to avoid high 
density of mesh region of the predicted crack path area. The 
area is estimated to provide the maximum limits of the 
crack growth direction by assuming horizontal and vertical 
crack growth. In total, 28,840 elements were generated 
which is fewer than the software limitation of 100,000 
nodes. 

3.4 Crack validation 

Crack was defined by ABAQUS at the gear tooth. However, 
it might not behave in a proper way. Therefore, to ensure 
that the crack is able to react properly accordingly to the 
force applied towards the gear, the crack propagation of a 
typical position which is shown in Figure 7 was used to 
compare with the previous studies. 

The gear was applied with a moment of 50 MN.mm and 
was allowed to crack. The purpose to use a large magnitude 
of moment is to ensure a better visualisation with longer 

crack. From Figure 7, it can be clearly shown that the crack 
grows towards the end of the gear fillet along the gear tooth. 
Figure 7 also shows the same crack propagation pathway in 
comparison to previous crack propagation. By comparing 
both crack propagation pathways, it can be concluded that 
the crack shows the crack properties where the crack will 
grow when the load applied exceeds the maximum limits of 
the material properties. Therefore, the crack in the gear was 
validated. 

Figure 7 Crack propagation path by (a) Molatefi et al. (2015), 
(b) Curà et al. (2016) and (c) current simulation from 
ABAQUS (see online version for colours) 

   

Crack 
growth 

Crack 
growth 

Crack 
growth

 
(a) (b) (c) 

4 Results and discussion 

4.1 Crack propagation 

Crack propagation pathway was visualised using 
‘STATUSXFEM’ in ABAQUS. The pathway is shown in 
Table 6. The contour with red colour region indicates the 
initial crack whereas the other colours indicate the growth. 

From Table 6, it is seen that there is no crack growth 
when moment of 10 MN.mm is applied. It can be also 
observed that the crack propagates in the same path 
regardless of the magnitude of moment is applied. The 
consistency in crack growth direction for different 
magnitudes of moment is due to the same direction of 
resultant force is acting on the gear tooth surface. Therefore, 
it can be concluded that the magnitude of moment applied is 
independent of the crack growth pathway. 

Since the crack grows independently of the applied 
moment, the predicted crack growth will be along the body 
of the gear. It will not grow towards the rim which will lead 
to catastrophic accidents. The usage of the gear in practice 
is still allowable unless the crack grows nearer to the fillet 
or any end point. It is because as the crack tip is nearer to its 
end point or fillet, the structure of the gear is weakened. 
Therefore, to prevent any life threatening incidents by 
considering the economic benefits, the gear is considered 
safe to be used unless the crack tip reaches a point near to 
the tip’s endpoint. 
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Table 6 Crack propagation path of different moment  
(see online version for colours) 

Moment 
(MN.mm) Crack propagation pathway Odb 

10 

 

 

20 

 

30 

 

40 

 

50 

 

4.2 Stress intensity factor 

Stress intensity factor describes the behaviour of crack or 
the state stress at the tip. Generally, the larger the magnitude 
of the moment, the larger the stress intensity factor. 
Eventually, the SIF will exceed the fracture toughness or is 
known as critical stress intensity factor and the crack will 
grow. The stress intensity factor along the tooth for different 
moments was obtained from ABAQUS by requesting the 
output of SIF. The values of SIF outputs from ABAQUS are 
accordingly to the nodes along the crack tip. Since there  
are 20 elements along the crack tip, there are 21 nodal 
solutions of stress intensity factor. The results are shown in 
Figures 8 and 9 for Mode I and Mode II respectively. 

Figure 8 Graph of SIF against node number for Mode I  
(see online version for colours) 

 

Moment 
(MN.mm) 

 

Figures 8 and 9 show that the curves are less deviated as the 
moment applied reduces. It is mainly due to the impact  
dealt on the gear. In a step time of 1 s, a total amount of  

50 MN.mm moment applied to a gear will have a higher 
impact in comparison to the impact dealt by a moment of  
10 MN.mm. The high impact causes the instability of stress 
distribution along the tooth because the gear has lesser time 
to distribute the stress. The different magnitude of stress 
along the tooth causes the crack to grow unevenly along the 
tooth. For a condition with a moment of 10 MN.mm, the 
stresses are able to distribute more evenly along the crack. 
Therefore, the crack will grow at a stable rate and leads to 
an even SIF along the tooth. 

Figure 9 Graph of SIF against node number for Mode II  
(see online version for colours) 

 

Moment 
(MN.mm) 

 

It can be seen that KII is the dominant mode in crack 
growth. Since KII is more than KI, there is more in-plane 
shear compared to tearing. It is because the directions of 
crack and force are similar. Eventually, it causes a 
significant compressive stress at the crack tip. It results in 
the increase of tendency to shear compared to tearing. 

The positive curves shown in Figure 9 are actually 
negative values. The curves are made to positive to ease the 
explanation and description of crack behaviour. The 
negativity of the SIF is mainly due to the compressive stress 
that eventually leads to a compressive in-plane shear. 

For Mode I, the curves have lower SIF at the surface of 
the gear when compared to the SIF in the middle of the 
gear. Unlike other gear models which have thickness less 
than 50 mm, the gear model used in this simulation has 
thickness of 120 mm. The thickness of the gear will lead to 
more stress distributed in the area at middle of the thick spur 
gear. The higher stress at the crack tip increases the rate of 
fracture. Since fracture mode I involves force normal to the 
plane, the tendency to tear or to experience tensile opening 
is more and therefore, it leads to a higher SIF. 

For Mode II which describes the in-plane shear stress, 
the shape of curve is a reflection of Mode I. Unlike Mode I, 
for Mode II, the stresses experienced at the area in the 
middle of the gear is lesser compared to the surface of the 
gear. Since the area experiences less stress, the tendency to 
experience an in-plane shear is lower. On the other hand, 
the surface of the gear has the highest SIF. The stress is 
distributed along the tooth and since the surface of the gear 
is the weakest, the crack near the surface has a higher in-
plane compressive stress compare to the area in the middle. 
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Therefore, the nodes at the surface of gear have the highest 
SIF along the tooth. 

5 Conclusions 

In this study, the behaviour of crack propagation on 
different magnitude of forces has been investigated using 
the XFEM. Therefore, the need of remeshing in this study 
was avoided. The behaviour of crack was analysed using the 
stress intensity factor for Mode I and Mode II. Through data 
analysis and crack propagation visualisation, the objectives 
of the study were achieved and the outcomes of the study 
are listed below. 

1 The value of SIF of mode II is more than that of mode I 
for a crack at the position. This is because there is more  
in-plane shear than tearing. 

2 The tendency to tear or to experience tensile opening is 
more in the middle of the gear. The crack near the 
surface has a higher in-plane compressive fracture 
mode compared to the area in the middle. 

3 The crack growth is visualised using the 
‘STATUSXFEM’ by applying the XFEM which 
indicates the presence of the crack. It shows that the 
growth of crack is independent of the moment applied. 

Further investigation can be done to improve the impact of 
the results. In this study, the crack is studied as a static gear. 
For further study, the gear can be analysed dynamically 
where the gear is made rotating to determine the fatigue life 
of a cracked gear model. Better prediction can be obtained 
by understanding the maximum number of rotations that the 
gear can last. 
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