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Coulomb effects in the absorbance spectra of two-dimensional Dirac materials

Leone Di Mauro Villari, Ian Galbraith, and Fabio Biancalana
Institute of Photonics and Quantum Sciences, School of Engineering and Physical Sciences, SUPA,

Heriot-Watt University, Edinburgh EH14 4AS, United Kingdom

(Received 17 May 2018; revised manuscript received 8 October 2018; published 2 November 2018)

A wide range of materials like graphene, topological insulators, and transition-metal dichalcogenides (TMDs)
share an interesting property: the low-energy excitations behave as Dirac particles. This emergent behavior of
Dirac quasiparticles defines a large class of media that are usually called Dirac materials. In this work we build
the foundations of a way to study the linear optical properties of these two-dimensional media. Our approach is
based on a Dirac-like formulation of the standard semiconductor Bloch equations used in semiconductor physics.
We provide an explicit expression of the linear absorbance, which we call the relativistic Elliott formula, and use
it to quantify the variation of the continuum absorbance spectrum with the strength of the Coulomb interaction
(the Sommerfeld factor). Our calculations also show how the Coulomb enhancements scales with the band
gap and vanishes for zero band gap, shedding light on the behavior of graphene for low-light intensities. The
results presented are in good quantitative agreement with published experimental results. Our theory can help
researchers to explore the nonlinear interactions of intense, ultrashort pulses with TMDs, and the framework is
flexible enough to be adapted to different experimental situations, such as cavities, multilayers, heterostructures,
and microresonators.

DOI: 10.1103/PhysRevB.98.205402

I. INTRODUCTION

Condensed-matter physics is witnessing rapid expansion
in the fabrication of a wide variety of materials with Dirac
fermion quasiparticle excitations. These seemingly diverse
materials possess properties that are a direct consequence
of the Dirac spectrum of the quasiparticles and are univer-
sal. For example, neutral superfluid d-wave superconductors
and graphene, which are characterized by a massless Dirac
fermion low-energy spectrum, all exhibit the same power-
law temperature dependence of the fermionic specific heat,
with the only differences arising from the dimensionality
of the excitation phase space [1]. Among Dirac materials,
gapless graphene is one of the most widely studied due to
its unusual physical properties arising from the interplay of
its reduced dimensionality and the nature of its excitation
spectrum [2–5].

Perhaps the most intriguing characteristic of graphene is
the so-called universal absorbance. The opacity of suspended
graphene is defined solely by the fine-structure constant (α =
e2/h̄c), the parameter that describes coupling between light
and relativistic electrons which is traditionally associated with
quantum electrodynamics (QED) rather than materials science
[4]. This universal behavior is known to be broken by opening
a gap, with the appearance of bound states (excitons) due to
the electron-hole Coulomb interactions. A gap can be opened
in graphene when the sample is deposited on a dielectric
substrate [6], or it can be induced by impurities, lattice defects
[7], and mechanical strain [8]. In terms of the low-excitation
Dirac Hamiltonian the effect of a gap opening is analogous
to the chiral symmetry breaking in QED that generates a
mass gap in the particle-antiparticle spectrum [9,10]. This
suggests that fermions in gapped graphene can be accurately

described by a massive Dirac Hamiltonian. Even if gapped
graphene remains the best example for the massive Dirac
model, another class of two-dimensional materials whose
low-energy excitations can be described as massive Dirac
particles is provided by monolayer transition-metal dichalco-
genides (TMDs) such as molybdenum disulfide (MoS2) and
tungsten diselenide (WSe2) [11–15]. Akin to graphene, these
materials display new physical properties, distinct from their
bulk counterparts [11,16–19]. Here, emission is dominated by
excitons and trions due to the strong Coulomb interactions
arising from their low dimensionality and reduced dielectric
screening. Remarkably, despite their tiny atomic thickness
they can absorb up to 20% of the incident light [18,19].
Proper analysis of the measured spectra requires the identi-
fication of the optically active states. For this purpose, one
derives dipole-allowed selection rules that result from the
conservation of the total angular momentum in the excitation
and emission processes. In conventional direct-gap GaAs-type
quantum wells the radial nature of the dipole moment imposes
that only s-type excitonic states couple to light [13,20]. This
leads to the well-known excitonic Rydberg series. It has been
shown that in the case of monolayer TMDs in the regime
of strong Coulomb interactions the system collapses into a
excitonic insulator phase and optically bright p excitons are
allowed [13]. However recent works pointed out that for a
gapped Dirac system the symmetry properties of the K point
result in a nonradial dipole moment with a nontrivial angular
dependence related to the appearance of a Berry phase [21].
This peculiar characteristic suggests that different dipole-
allowed transitions should be present and optically active p

states should appear even in the weak Coulomb interaction
regime. These states are predicted by our theory, but their
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FIG. 1. Plot of the absorbance [Eq. (13)] using parameters for
a MoS2 TMD on a fused-silica substrate: energy gap � = 2.82 eV
and background refractive index nb = 1.5. We use a δ = 0.1�

Lorentzian broadening on both exciton and continuum transitions.
Eb is the binding energy for the 1s Dirac exciton.

oscillation strength is very low when compared with the 1s

exciton state, and we will disregard them in the rest of the
paper.

So far optical properties of TMDs have been extensively
studied by using the semiconductor Bloch equations (SBEs)
[22–24], the equivalent Bethe-Salpether equation, and the
GW approximation [23,25], detailing the exciton physics,
the optical absorption [22,23,25], and the second-harmonic
generation [24].

In this paper we propose a formalism to study the optical
properties of Dirac materials in the theoretical framework
of the instantaneous eigenstates [26], and we apply this
formalism to predict the spectra of realistic materials. We
derive the Elliott formula for a gapped Dirac system taking
into account both the discrete and continuum parts of the
Wannier eigenvalue problem. In particular we study how the
absorbance spectrum evolves as the band gap is reduced to
zero. We show that even in the presence of relatively strong
electron-hole Coulomb interaction the gap reduction leads to
the universal absorbance of graphene, and we show how this
behavior is closely related to the structure of the relativistic
hydrogenic problem.

Before detailing our calculations we show in Fig. 1 the
absorbance spectrum calculated for the molybdenum disulfide
(MoS2). We observe a high absorbance value (15%) around
the energy gap, in agreement with previous experimental and
theoretical results [19,27,28]. The intensity of the continuum
absorbance peak is around three times stronger than the 1s ex-
citon one. This is a peculiar characteristic shared by materials
with a Dirac-like low-energy spectrum. In what follows we
show how the continuum absorbance relates to the relativistic
structure of the low-energy quasiparticle excitations. It is
possible to attribute the high absorbance rate at the band
edge to so-called C-exciton peaks that are beyond the theory
presented here [25,29,30]. C excitons arise from particle-hole
excitations in a circular region of the Brillouin zone centered
at the K points with a maximal contribution from the regions
between �-K and M-K [30]. From this observation it is
clear that a theory concerning only the excitations around
the K point is not able to capture the physics beyond these
exciton peaks. Notably, our theory still predicts a significant

enhancement at the band edge entirely related to relativistic
continuum states even if it cannot account for the more
than 40% absorption peak observed in MoS2. This seems to
indicate that continuum states give a substantial contribution
to the high band-edge absorbance, which would be an addition
to absorption arising from C excitons.

II. RENORMALIZED DIRAC-BLOCH EQUATIONS

The starting point for our analysis is the low-energy Hamil-
tonian for the band structure in the vicinity of the Dirac
points (k = 0). Governed by the symmetry properties of the
hexagonal lattice, the lowest-order k · p Hamiltonian includ-
ing the light-matter interaction and neglecting the spin-orbit
interaction has the form

Hk = vF

[
σ ·

(
p̂ + e

c
A(t )

)]
+σz

�

2
+ I2V (r), (1)

where vF is the Fermi velocity, A(t ) is the vector potential,
� is the energy gap, I2 is the 2 × 2 identity matrix, V (r) is
the electrostatic potential, σ = (σx, σy ) are the first two Pauli
matrices, and σz is the third one. The usual approach used to
study the optical properties of this Hamiltonian parallels that
of the SBEs [31]. However, recent works show that a full un-
derstanding of the nonlinear optics of Dirac materials requires
one to go beyond the SBEs [21,26,32]. In 2010 Ishikawa
derived an extended version of the SBEs for graphene using
the formalism of instantaneous eigenstates [26] which has
recently been generalized for a gapped material [21].

The theory developed in these works unveils novel
and previously unexplained nonlinear optical properties of
graphene and gapped graphene; however, they do not include
Coulomb interactions that are, in general, very strong in two-
dimensional semiconductors, preventing meaningful predic-
tions from being made. The inclusion of Coulomb interactions
within this formalism requires the second quantization of
Hamiltonian (1). To accomplish this, we need to quantize
the instantaneous Dirac field; the procedure is simple but
rather lengthy (see Appendix A), and it results in the second
quantized Hamiltonian

H =
∑

k

εk(t )(â†
kâk − b̂

†
−kb̂−k ) − h̄�k(t )(â†

kb̂−k + H.c.),

(2)
where ak and bk are, respectively, the anni-
hilation operators for electrons and holes and

εk(t ) = ±
√

v2
F |[p + e/cA(t )]|2 + �2/4 and �k(t ) =

evF E(t )/h̄[sin φk/(2εk ) − i� cos φk/(4ε2
k )] are the

instantaneous energy and Rabi frequency, respectively,
with φk = arctan(ky/kx ). This Hamiltonian differs from the
usual second quantized two-dimensional (2D) semiconductor
case because both εk(t ) and �k(t ) explicitly depend on the
interaction field A(t ). The presence of the Coulomb potential
V (r) leads to a renormalization of both the instantaneous
energy and the Rabi frequency. Introducing the microscopic
polarization pk = 〈b̂−kâk〉 and the electron-hole occupation
numbers ne

k = 〈â†
kâk〉, nh

k = 〈b̂†−kb̂−k〉 we can show that they
satisfy the following system of renormalized Dirac-Bloch
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(RDB) equations:

h̄ṗk = −2i εR
k (t )pk − ih̄�R

k (t )ei2γk
(
ne

k + nh
k − 1

)
,

ṅ
e,h
k = −2 Re

[
�R

k (t )
]

Im(pke
i2γk )

− 4 Im
[
�R

k (t )
]

Re(pke
i2γk ), (3)

where εR
k (t ) = εk(t ) + ∑

k′ �=k V|k−k′|(ne
k′ + nh

k′ − 1) and
�R

k (t ) = �k(t ) + 1/h̄
∑

k′ �=k V|k−k′|pk′ are the renormalized
energy and Rabi frequency. The phase term γk is a
gap-induced Berry phase (see Appendix A for details).
The formulation of Eqs. (2) and (3) is the first result of
this paper. As was the case for the SBEs [31,33–35], the
RDB equation framework can be flexibly applied to many
optical pulsed experiments and can provide a route to the
microscopic understanding of linear and nonlinear properties
of gapped TMDs. This approach will pave the way for
a deeper understanding of the excitonic structure and the
interaction of ultrashort, intense light pulses with Dirac
materials.

A word of caution is in order: the gapped Dirac Hamil-
tonian is only a first-order k · p approximation of the full
tight-binding Hamiltonian and accounts only for its cen-
trosymmetric part. Several works (e.g., Refs. [11–15]) use this
Hamiltonian to model TMD monolayers. Such an approxi-
mation for TMDs, like the simple parabolic one that is also
used to model TMDs, e.g., in Ref. [32], is adequate only to
describe properties of such media that are accounted for by
low momentum states, where this approximation is accurate.
It is, nonetheless, clearly insufficient to accurately capture
the full first-principles band structure, for which higher-order
terms in the k · p expansion must be considered [36].

III. LINEAR ABSORPTION

As a first example of the practical application of our equa-
tions, we now consider the RDB equations in the low-intensity
and low-density limit [e/cA(t ) � �/(2vF ) and ne

k − nh
k =

−1] where only the polarization equation survives. We will
also assume a continuous-wave radiation field. This will allow
us to explore analytically excitonic effects on the linear optical
properties of gapped TMDs (a detailed calculation is given in
Appendix B). Equation (3) then reduces to

ih̄
d

dt
pk = −2

⎛
⎝εk +

∑
k′ �=k

V|k−k′|

⎞
⎠pk + h̄�R

k (t )ei2γk , (4)

with the nonrenormalized energy reducing to εk =√
v2

F p2 + �2/4. This equation is associated with the
well-known Wannier stationary eigenvalue problem, which,
for a massive Dirac quasiparticle reads[

−ivF h̄ σ · ∇ + σz

�

2
+ V (r)

]
��ν (r) = Eν

��ν (r), (5)

where ��ν (r) (ν = n, j ) is a two-component spinor eigenfunc-
tion of the electron-hole pair states which in polar coordinates
has the form

��ν (r) =
(

ei(j+1/2)φr Fν (r )

±iei(j−1/2)φr Gν (r )

)
, (6)

where j = m + 1/2 is the eigenvalue of the “isospin-angular”
momentum Ĵz = L̂z + 1

2σz along the z axis and n is the
principal quantum number. The corresponding eigenvalues are

Eν = h̄ων = �√
1 + α2

c

(n+γ )2

, (7)

with γ = √
j 2 − α2

c . The constant αc is the dimensionless
Coulomb coupling strength and is determined by the back-
ground dielectric constant [37].

In what follows we use the Wannier states in Eq. (6)
to derive the electric susceptibility and hence the linear ab-
sorbance, thereby recasting the Elliott formula for gapped
Dirac materials. To solve Eq. (4) we expand the microscopic
polarization in terms of these Wannier states; after a lengthy
but straightforward calculation [20] we obtain

�P (r, ω) = −E (ω)L2
∑

ν

∫ ��†
ν (r) · �μcv (r)dr

h̄ω − h̄ων + iδ
��ν (r). (8)

Here �μcv (r) = μcv (r)(1
1) is the electric dipole in spinor form,

E (ω) is the electric field in the frequency domain, L2 is the
area of the sample, and δ is an energy broadening. We can
now define the macroscopic polarization as follows:

P (ω) =
∫

[ �μ†
cv (r)· �P (r, ω) + �P †(r,−ω)· �μcv (r)] dr, (9)

and inserting Eq. (8), we get

P (ω) = −L2 E (ω)
∑

ν

|Iν |2
h̄ω − h̄ων + iδ

, (10)

where the oscillator strength is given by

|Iν |2 =
∣∣∣∣
∫

μcv (r)[ei(j+1/2)φrFν (r ) + ei(j−1/2)φrGν (r )]dr

∣∣∣∣
2

.

(11)

From the definition of polarization in cgs units P (ω) =
L2d χ (ω)E (ω), we finally obtain the electron-hole pair sus-
ceptibility as

χ (ω) = − 1

d

∑
ν

|Iν |2
h̄ω − h̄ων + iδ

. (12)

The nominal layer thickness d has to be introduced to compute
the volume within which the dipoles are induced, but as we
shall see, it falls out in the calculation of the absorbance A,
which is the absorption coefficient multiplied by the layer
thickness d. The influence of this effective layer thickness on
the excitonic ground state was studied in a recent work [38].

From Eq. (12), using the Sokhotski-Plemelj theorem, we
obtain the final expression of the linear absorbance: the rela-
tivistic Elliott formula for Dirac materials,

A(�) = πα�

⎡
⎣∑

ν

|Iν |2δ
⎛
⎝� − 1√

1 + α2
c

(n+γ )2

⎞
⎠

+ C(�) �(� − 1)

⎤
⎦, (13)
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FIG. 2. Plot of the Elliott formula reducing the strength of the
Coulomb coupling constant αc. Dark blue, αc = 0.45; blue, αc =
0.30; cyan, αc = 0.20). Free-carrier limit, dash-dotted gray line;
zero-gap graphene limit, solid black line; nonrelativistic free-carrier
limit, dashed green line. Inset: Continuum absorbance at the band
edge (� = 2.18 eV) when increasing the strength of the Coulomb
interactions.

where � = h̄ω/� is the scaled photon energy and � is
the Heaviside step function. A similar formula was derived
recently in Ref. [29], within a different formalism, in the same
low-intensity and low-density limit but without considering
the continuum states. We remark here the difference in the
calculation of the dipole moment matrix element. We derived
it directly from the Instantaneous eigenstates of the interacting
Dirac equation, which allows us to account for the Berry phase
and the dynamical symmetry breaking of the bands [21,32].
The two terms in Eq. (13) are the discrete and continuum
contributions of the absorbance spectrum. Despite its striking
similarity to the nonrelativistic case Eq. (13) is not trivial
to evaluate since the integral given in Eq. (11) cannot be
solved in closed form and must be evaluated numerically with
particular care (some details about the structure of the dipole
moment are given in Appendix C). The factor C(�) in the
second term in Eq. (13) is what we may call the relativistic
Sommerfeld factor:

C(�) =
∑

ν

�√
�2 − 1

|Iν (�)|2, (14)

where the sum extends over the continuum states. This quan-
tifies how the presence of electron-hole interactions enhances
the continuum absorbance with respect to the free-carrier limit
[20]. It is maximum at the energy gap (� = 1) with a value
that depends on the coupling constant αc and tends to unity as
the photon energy increases. This behavior is closely related
to the relativistic energy spectrum and to the structure of
the electron-hole continuum wave function, in contrast to the
nonrelativistic case, which has a value of 2 at the band edge.

We now use Eq. (13) to demonstrate the development of
the Coulomb effects on the absorbance spectrum for varying
dielectric screenings and energy gaps. In Fig. 2 we plot
the absorbance spectrum while varying the strength of the
Coulomb interaction αc. Experimentally, it is possible to tune
the strength of the Coulomb interaction by changing the
substrate on which the sample is deposited since it changes the
overall dielectric constant. As expected, the binding energy
and oscillator strength of the bound-state exciton lines de-
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FIG. 3. Plot of the continuum absorbance contribution while
reducing the band gap � (αc = 0.35) with a finite Lorentzian en-
ergy broadening δ = 10 meV. Blue, � = 100 meV; cyan, � = 50
meV; green, � = 25 meV; violet, � = 5 meV. Inset: Continuum
absorbance while reducing the band gap for zero-energy broadening
(αc = 0.35). The axis labels are the same as in the main plot.

crease as the Coulomb interaction weakens (i.e., reducing αc).
For the continuum states, the Coulomb enhancement (Som-
merfeld factor) is strongest at the band edge [see Eq. (14)].
Approaching the zero Coulomb limit (αc = 0), Eq. (13) repro-
duces exactly the free-carrier absorbance spectrum that can be
computed analytically as A(�) = πα (�2 + 1)/�2. As can
be seen from the dash-dotted line in Fig. 2, this noninteracting
model is unable to reproduce the giant continuum absorbance
seen in experiment. It is therefore clear that the giant ab-
sorption of Dirac media such as TMDs is due to Coulomb
interactions. The absorbance decreases quite rapidly as the
photon energy is increased, and at high photon energy the
absorbance approaches the universal (graphene) absorbance
value of 2.3%. In this limit the high-energy electron and hole
scattering wave functions involved are essentially identical to
the free-particle wave functions. The inset in Fig. 2 shows
how the absorbance at the band gap varies with αc. We can
clearly observe that it increases dramatically as the coupling
constant approaches the critical value (αc = 0.5) where a
phase transition to an excitonic insulator occurs [12,13,39].
This phase transition is a fundamental signature of purely
Dirac excitons, and it potentially represents a measure of the
Diracness [40] of the two-body electron-hole system since it
disappears for a parabolic exciton dispersion [14].

One of the most remarkable features of graphene from a
physics point of view is that there appears to be no Coulomb
enhancement of the continuum absorbance, despite the exis-
tence of final-state Coulomb interactions. Figure 3 shows the
continuum absorbance calculated from Eq. (13) while varying
the energy gap �. We observe that on reducing the band
gap, the curves approach the universal absorbance value of
graphene πα at lower and lower photon energies. This indi-
cates that the relevance of Coulomb interactions is confined to
a region close to the energy gap, and once the gap is closed,
the system behaves as a nearly-free-electron gas, as seen in
experiments [4] and in the paper by Das Sarma and colleagues
[41] by using a renormalization group approach. Within our
theoretical approach this phenomenon can be explained by
observing that in the relativistic hydrogenic model the energy
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FIG. 4. (a) Real part of the dielectric function of MoSe2. (b)
Imaginary part of the dielectric function of MoSe2. (c) Real part of
the dielectric function of MoS2. (d) Imaginary part of the dielectric
function of MoS2. This figure shows good agreement with the results
in Figs. 1(e), 1(i), 1(g), and 1(k) of [19].

gap is the exact analog of the Rydberg constant that is the only
relevant energy scale. This means that tuning the gap changes
the relevant energy scale of the system; when it is reduced to
zero, all photon-mediated transitions can be considered high-
energy transitions, and in this regime the system is known to
reproduce the free absorbance limit.

We shall now compare the results of our theoretical predic-
tions with previous experimental results. To do so we compute
the real and imaginary parts of the dielectric function for
MoSe2 and MoS2 on a fused-silica substrate, and we compare
our calculations with the experimental results in [19] (Fig. 4).
The complex dielectric function is simply given by

ε(ω) = εb + 4πχ (ω), (15)

where εb is the background dielectric constant of the substrate.
Here, we assume a thickness d = 1 nm for the monolayers
since current experimental practice is to consider a two-
dimensional crystal equivalent to a homogeneous slab with
a nominal effective thickness. A more rigorous approach
would be to consider the actual surface susceptibility, directly
derived from Eq. (B17), and compare it with the data extracted
from ellipsometric measurements [42].

IV. CONCLUSIONS

In conclusion we studied the linear optical properties of
two-dimensional gapped Dirac materials. We derived a system
of Coulomb-renormalized Dirac Bloch equations based on
the quantization of instantaneous eigenstates. We provided
an explicit expression of the absorbance Elliott formula for
both the bound and continuum states within the generalized
formalism of the quantized instantaneous eigenstates. We
demonstrated how the absorbance spectrum evolves as the en-
ergy gap and the strength of Coulomb interaction are reduced
to zero. In particular we showed that even in the presence of
relatively strong electron-hole Coulomb interactions the gap
reduction leads to universal absorbance, and we related this
to the structure of the relativistic hydrogenic problem. Our
theoretical framework will potentially be used to predict the
behavior of the interaction of ultrashort pulses with Dirac me-
dia in a variety of experimental situations, leading to a fresh

understanding of mechanisms of higher-harmonic generation
and the study of cavities, multilayers, and TMD-enhanced
microresonators.
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APPENDIX A: QUANTIZATION OF THE INSTANTANEOUS
DIRAC FIELD AND RENORMALIZED DIRAC-BLOCH

EQUATIONS

The starting point of our analysis is the low-energy Hamil-
tonian for the band structure in the vicinity of the Dirac points.
Dictated by the symmetry properties of the hexagonal lattice,
the lowest- order k · p Hamiltonian including the light-matter
interaction has the form

H
ξ

k =H
ξ

k,D+HC =vF

[
σ ξ ·

(
p̂+ e

c
A(t )

)]
+σz

�

2
+Î2V (r),

(A1)

where ξ is a valley index referring to the Dirac points (K,
K′), σ = (ξσx, σy ) are the first two Pauli matrices, and σz

is the third one. Since we are not considering the effect of
the spin-orbit coupling, we can restrict ourselves to a single
valley, namely, ξ = 1. Here, with letters D and C we indicate
the interacting Dirac Hamiltonian and the Coulomb Hamil-
tonian, respectively. The aim of this appendix is to derive a
renormalized system of Dirac-Bloch (RDB) equations from
the second quantized form of the Hamiltonian in Eq. (A1).
In order to do so we consider the following interacting Dirac
equation:

ih̄
∂

∂t
�ψ (r, t ) =

{
vF

[
σ ·

(
ih̄∇ + e

c
A(t )

)]
+σz

�

2

}
�ψ (r, t ).

(A2)
An ansatz solution to this equation can be given in terms of
instantaneous eigenstates of the secular equation

Hk,D �uλ,k(t ) = ελ,k �uλ,k(t ). (A3)

These eigenstates can be written in the normalized form

�uλ,k(t ) = vF |π k|√
εk(λ� + 2εk )

(
λ�+2εk
2vF |πk| e

−iφk/2

eiφk/2

)
, (A4)

where |πk| = p + e
c
A(t ), φk = arctan(πx/πy ), and λ = ±1

label the conduction and valence bands. εk(t ) is the positive
branch of the instantaneous energy:

ελ,k = λ

√(
�

2

)2

+(vF |πk|)2. (A5)

The introduction of the gap leads to an inequivalence of K
and K′ sublattices and, consequently, to the appearance of a
Berry phase γλ,k(t ) = ∫ t

−∞ dτ �̇u †
λ,k(τ )· �uλ,k(τ ). Consequently,

the spinor (A4) evolves in time as follows:

�ψλ,k(r, t ) = �uλ,k(t )e−λi[θk (t )−γk (t )]+ik·r, (A6)
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where θk(t ) = 1
h̄

∫ t

−∞ εk(τ )dτ is the dynamical phase and
γk(t ) is the positive-branch Berry phase. The Dirac field
�ψ (r, t ) can then be expanded in terms of instantaneous eigen-
states,

�ψ (r, t ) =
∑

k,λ=±1

ak,λ�uk,λe
−λi[θk (t )−γk (t )]+ik·r, (A7)

where ak,λ are band electron ladder operators. Substituting
this field in the Hamiltonian

HD =
∫

dr �ψ†(r, t )
{
vF

[
σ ·

(
∇ + e

c
A(t )

)]
+σz

�

2

}
�ψ (r, t )

(A8)
and introducing the hole operators b

†
−k = ak,−1, after a

lengthy but simple algebraic calculation we get the final form
of the second quantized Hamiltonian:

HD =
∑

k

[εk(t )ωk (t )(â†
kâk − b̂−kb̂

†
−k )

− h̄�k(t )(â†
kb̂−k + b̂

†
−kâk )], (A9)

where �k(t ) is a generalized Rabi frequency given by

�k(t ) = −i �u†
k,1 · �̇uk,−1 = evF E(t )

h̄

[
sin φk

2εk
− i�

cos φk

4ε2
k

]
.

(A10)

Introducing the Coulomb interactions in the Hamiltonian, we
get

H =
∑

k

[εk (t )(â†
kâk − b̂

†
−kb̂−k ) − h̄�k(t )(â†

kb̂−k + b̂
†
−kâk )]

+ 1

2

∑
k,k′

∑
p �=0

Vp(â†
k+pâ

†
k′−pâk′ âk + b̂

†
k′+pb̂

†
k′−pb̂−k′ b̂−k

− 2â
†
k+pb̂

†
k′−pb̂−k′ âk ), (A11)

where Vp is the Coulomb potential in momentum space; we
can now derive the equations for the population and inversion
variables ne

k = 〈â†
kâk〉, nh

k = 〈b̂†−kb̂−k〉, and pk = 〈b−kak〉.
This lengthy procedure is quite standard and can be found
in any book on semiconductor theory (for example, [20]). It
results in the following set of RDB equations:

h̄ṗk = −2iεR
k (t )pk − ih̄�R

k (t )ei2γk
(
ne

k + nh
k − 1

)
,

ṅ
e,h
k = −2Re

[
�R

k (t )
]
Im(pke

i2γk ) − 4Im
[
�R

k (t )
]
Re(pke

i2γk ),

(A12)

where εR
k (t ) = εk(t ) + ∑

k′ �=k V|k−k′|(ne
k′ + nh

k′ − 1) and
�R

k (t ) = �k(t ) + 1/h̄
∑

k′ �=k V|k−k′|pk′ are the renormalized
energy and Rabi frequency.

APPENDIX B: THE WANNIER-DIRAC EQUATION

As in the case of 2D semiconductors, the Wannier equation
can be derived from the RDB equations (A12). We consider
the system under the approximation e/cA(t ) � εg/(2vF )
and under the low-excitation approximation wk ≈ −1. Thus

Eq. (A12) simplifies to

ih̄ṗk = −
⎛
⎝2εk +

∑
k′ �=k

V|k−k′ |

⎞
⎠pk + h̄�k(t )e2iγk , (B1)

with the nonrenormalized energy reducing to
√

v2
F p2 + �2/4.

This equation represents a two-dimensional, relativistic, two-
particle system with an inhomogeneous term given by the
optical field. In order to define the differential operator in the
square root we write Eq. (B1) as follows:

ih̄
∂

∂t
qa (k, t ) = [

h̄vF (αi )abki + βabMv2
F

]
qb(k, t )

+ i
∑
k′ �=k

V|k′−k|qa (k′, t ) − E(t )μkγa, (B2)

where α̂i and β̂ are matrices with a, b = (1, 2), �γ is a spinor,
and the mass parameter is M = �/(2v2

F ). Here, with qa (k, t )
we indicate the components of a spinor that represents the
Wannier exciton eigenfunction in momentum space. Mathe-
matically, this is fully analog to the definition of the Dirac
spinor equation starting from the Schrödinger equation for a
relativistic dispersion [43].

The dispersion in Eq. (B2) must satisfy

h̄vF (αi )abki + βabMv2
F = εkδab. (B3)

Thus we must have

{α̂i , α̂j } = δij , (α̂i )
2 = (β̂ )2 = Î2. (B4)

This algebra is satisfied by taking (α̃1, α̃2) = (σx, σy ) and β̃ =
σz. To determine the spinor �γ we can switch off the Coulomb
potential and impose that each component qμ satisfy a Klein-
Gordon equation with an inhomogeneous term μkE(t ). To
accomplish this it is sufficient to take �γ = (1

1).
Taking the Fourier transform of Eq. (B2), we get

ih̄
∂

∂t
�q(r, t ) = [−ivF h̄σ · ∇ + σzMv2

F + V (r )
]�q(r, t )

+E(t ) �γμ(r). (B5)

We shall now solve the homogeneous stationary eigenvalue
problem[−ivF h̄σ · ∇ + σzMv2

F + V (r )
] ��ν (r) = Eν

��ν (r), (B6)

where ν indicates a set of quantum numbers. The solution to
this equation is known (see, for example, [37]), and we report
it here for completeness. It is convenient to solve the problem
in polar coordinates. Writing the spinor in the form

��ν (r) =
(

ϕν

χν

)
, (B7)

we can write Eq. (B6) in spinor components (we will drop, for
the moment, the quantum number subscript),

[Ec − kc − U (r )]φ = (∂x − i∂y )χ,

[Ec + kc − U (r )]χ = (∂x + i∂y )φ, (B8)

where we introduced the Compton units Ec = En/(h̄vF ) and
kc = MvF /h̄ and U = V/(h̄vF ) = −e/(h̄vF r ) = −αc/r .
The coupling constant αc is then recomputed accounting for
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the background dielectric constant εb that rescales the electric
charge as e → e∗ = e/(εb − 1).

In polar coordinates we have ∂x ± i∂y = eiφr (∂r ± 1/rLz).
where Lz is the third component of the angular momentum
operator L = (0, 0, Lz). We can now write the spinor in
Eq. (B7) in the form

��(r) =
(

ei(j+1/2)φrF (r )

±iei(j−1/2)φrG(r )

)
, (B9)

where j = m + 1/2 is the eigenvalue of the isospin-angular
momentum Ĵz = L̂z + 1

2σz along the z axis. Substituting the
spinor (B9) in Eq. (B6), we get the radial equations

d

dr
F − j

r
F + (Ec + kc − U )G = 0,

d

dr
G − j

r
G + (Ec − kc − U )F = 0. (B10)

In spite of its apparent simplicity the solution of this system is
far from being trivial. One way to solve it is to decouple it into
two independent second-order differential equations; to do so
we write the solution in the following form:

F (r ) = (kc + Ec )1/2e−λr (2λr )γ−1/2F̃ (r ),

G(r ) = (kc − Ec )−1/2e−λr (2λr )γ+1/2G̃(r ), (B11)

with κ = √
k2
c − E2

c and γ = √
j 2 − α2

c . Introducing the di-
mensionless radius ρ = 2λr , we get

ρ
d

dρ
F̃ + (γ − j )F̃ − ρ

2
(F̃ − G̃) + καc

kc + Ec

G̃ = 0,

ρ
d

dρ
G̃ + (γ + j )G̃ − ρ

2
(F̃ − G̃) + καc

kc − Ec

G̃ = 0. (B12)

Writing F̃ = Q1 + Q2 and G̃ = Q1 − Q2, we find

ρ
d

dρ
Q1 +

(
γ − αcEc

κ

)
Q1 −

(
j + kcαc

κ

)
Q2 = 0,

ρ
d

dρ
Q2 +

(
γ − ρ + αcEc

κ

)
Q2 −

(
j − kcαc

κ

)
Q1 = 0;

(B13)

looking at this system at ρ = 0, we derive the useful relation

γ 2 −
(

αcEc

κ

)2

= j 2 −
(

kcαc

κ

)2

. (B14)

Using (B14), we can easily decouple the system, obtaining

ρ
d2

dρ2
Q1 + (1 + 2γ − ρ)

d

dρ
Q1 −

(
γ − αcEc

κ

)
Q1 = 0,

ρ
d2

dρ2
Q2+(1 + 2γ − ρ)

d

dρ
Q2−

(
1+γ − αcEc

κ

)
Q2 = 0.

(B15)

These equations are in the confluent hypergeometric form

z2 d2

dz2
f + (b − z)

d

dz
f − af = 0. (B16)

One solution is given in terms of the Kummer hypergeometric
function 1F1(a, b; z) [44]. Thus Q1 and Q2 are given by

Q1 = C (1)
1F1(γ − αcEc/κ, 1 + 2γ ; ρ),

Q2 = C (2)
1F1(1 + γ − αcEc/κ, 1 + 2γ ; ρ). (B17)

Since 1F1(a, b, 0) = 1, looking again at (B13) for ρ = 0, we
get

c(12) = C (1)

C (2)
= γ − αcEc/κ

j + kcαc/κ
. (B18)

Thus we can write the eigenfunctions for the discrete spectrum (ν = n, j ),

Fν = (kc + Ec )1/2e−ρ/2ργ−1/2C (1)[1F1(γ − αcEc/κ, 1 + 2γ ; ρ) + c(12)
1F1(1 + γ − αcEc/κ, 1 + 2γ ; ρ)],

Gν = (kc − Ec )1/2e−ρ/2ργ−1/2C (1)[1F1(γ − αcEc/κ, 1 + 2γ ; ρ) − c(12)
1F1(1 + γ − αcEc/κ, 1 + 2γ ; ρ)]. (B19)

The bound states occur when the first argument of the hyper-
geometric function is a negative integer, i.e.,

γ − αcE
ν
c

κ
= −n; (B20)

from this equation we directly obtain the discrete spectrum

Eν
c = kc√

1 + α2
c

(n+γ )2

. (B21)

Using Mathematica, we can find the normalization factor from
the condition∫

dr ��†(r) ��(r) = 2π

∫ ∞

0
rdr (F 2 + G2) = 1, (B22)

and we get

C (1) = (−1)nκ3/2

2πkc�(1 + 2γ )

√
�(1 + 2γ + n)(j + kcαc/λ)

αcn!
.

(B23)
We now compute the continuum states of the system by
analytic continuation of the eigenfunctions of the Wannier
equation in the region |E| > �/2, i.e., for complex values of
κ . Switching back to Compton units, the analytic continuation
in the Ec complex plane is easily accomplished by

κ =
√

k2
c − E2

c → −ik, k =
√

E2
c − k2

c ,

c12 → e−2iξj = γ − iαE
c

j + iMαc/k
, αE

c = αcE

k
. (B24)
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Substituting this prescription in the eigenfunctions and after
lengthy but straightforward calculations [37], we get

F = 2

√
|Ec + kc|

πEc

∣∣�(1 + γ + iαE
c

∣∣)
�(1 + 2γ )

eπαE
c /2(2kr )γ−1/2

× Re
{
eikr+iξ

1F1
(
γ − iαE

c , 1 + 2γ ; −2ikr
)}

,

G = ± 2

√
|Ec − kc|

πEc

∣∣�(1 + γ + iαE
c

∣∣)
�(1 + 2γ )

eπαE
c /2(2kr )γ−1/2

× Im
{
eikr+iξ

1F1
(
γ − iαE

c , 1 + 2γ ; −2ikr
)}

. (B25)

Both the discrete and continuum eigenstates derived here are
used in the paper for the calculation of the Elliott formula.

APPENDIX C: THE OPTICAL MATRIX ELEMENT

It is useful to compute the dipole moment in the position
space. Using the more manageable Compton units, we get

μ(r) = L2

(2π )2

∫
dk μke

ik·r = e
L2

2π2

∫ ∞

0
kdk

×
∫ 2π

0
dφre

ikr (φk−φr )

(
sin φk√
k2 + k2

c

− ikc

cos φk

k2 + k2
c

)
.

(C1)

This integral converges and can be solved analytically. With
Mathematica we get

μ(r) = e
L2

(2π )2

[
kcπ

2 cos(φr )[I1(kcr ) − S−1(kcr )]

− i
√

πkc sin(φr )G

(
0,−1

2
,

1

2
,

1

2

∣∣∣ (kcr )2

4

)]
, (C2)

where G(an, bn|z) is the Mejer G function and Sα (z) is the
Struve function of order α. In the case of zero gap (kc → 0)

kcr
1 1.5 2 2.5 3 3.5 4

μ
R

,I
(r

)/
(L

2 e
)

(m
−1

)

-0.1

-0.09

-0.08

-0.07

-0.06

-0.05

-0.04

-0.03

-0.02

-0.01

0

kcrcut = 2

FIG. 5. Fit of the radial components of the real and imaginary
parts of the dipole moment in units of area L2 and electric charge e.

the integral simplifies considerably, giving

μ(r) = i
L2

(2π )2

sin φr

r
. (C3)

The dipole moment in Eq. (C2) is essential to compute the
oscillator strength |Iν |2 defined in integral (11) of the main
text. This integral is not trivial to compute due to the special
functions in the dipole moment. In particular even if both the
real and imaginary parts of μ(r) converge [44], the numerical
implementation is problematic, in particular in the region
r  1. A way to solve this problem is to find a fit for
these functions, in the large-r region, involving just simple
polynomials and exponentials. Using Mathematica, we find
the following best fit:

μR (r )

eL2
→ ae−bkcr , a = −0.048592, b = −0.780094,

μI (r )

eL2
→ ce−kcr + d

e−kcr

(kcr )2
+ e

(kcr )2
, c = −0.021511,

d = −0.071833, e = 0.027752, (C4)

where with μR,I (r ) we indicate the radial components of the
real and imaginary parts of the dipole moment (Fig. 5). To
compute the oscillator strength we thus use the exact dipole
moment between 0 and kcrcut = 2 and the fit between kcrcut =
2 and kcrcut = 30. We verified that integrating up to kcrcut =
30 was enough for the numeric integral to converge.
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