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ABSTRACT: Previous work has shown that certain steroidal
bis-(N-phenyl)ureas, derived from cholic acid, form crystals in
the P61 space group with unusually wide unidimensional pores.
A key feature of the nanoporous steroidal urea (NPSU)
structure is that groups at either end of the steroid are directed
into the channels and may in principle be altered without
disturbing the crystal packing. Herein we report an expanded
study of this system, which increases the structural variety of
NPSUs and also examines their inclusion properties. Nineteen
new NPSU crystal structures are described, to add to the six
which were previously reported. The materials show wide variations in channel size, shape, and chemical nature. Minimum pore
diameters vary from ∼0 up to 13.1 Å, while some of the interior surfaces are markedly corrugated. Several variants possess
functional groups positioned in the channels with potential to interact with guest molecules. Inclusion studies were performed
using a relatively accessible tris-(N-phenyl)urea. Solvent removal was possible without crystal degradation, and gas adsorption
could be demonstrated. Organic molecules ranging from simple aromatics (e.g., aniline and chlorobenzene) to the much larger
squalene (Mw = 411) could be adsorbed from the liquid state, while several dyes were taken up from solutions in ether. Some
dyes gave dichroic complexes, implying alignment of the chromophores in the NPSU channels. Notably, these complexes were
formed by direct adsorption rather than cocrystallization, emphasizing the unusually robust nature of these organic molecular
hosts.

■ INTRODUCTION

Crystal engineeringthe rational design of crystalline molec-
ular solidsremains an important challenge for chemistry.1

Crystal structure prediction is not yet feasible in all cases,2 and
it is therefore useful to develop motifs which allow families of
structures to be generated in a reliable fashion.3 There is special
interest in motifs which lead to microporous (or nanoporous)
crystals with voids on the scale of ∼0.5−2 nm, sufficient to
accommodate molecular guests. Such materials offer various
functionalities, such as inclusion and storage of gases,4 and
other guest molecules,5 the enhancement of optical properties
of included guests,6 the use of pores as reaction vessels to
promote the formation of desired products,7 and the separation
of mixtures8 including enantiomers from racemates.9 At the
same time, the design of porous crystals presents an intriguing
problem. Crystallizing species will usually attempt to maximize
contact with each other, thus minimizing any void space. To
counter this trend is not straightforward and will often require
the construction of specially shaped rigid components or units
capable of strong and directional interspecies interactions.
Successful approaches to nanoporous crystal engineering

may be divided into two categories. On the one hand are the

hybrid organic−inorganic “porous coordination polymers”
(PCPs) or “metal−organic frameworks” (MOFs),4a,10 formed
by combining metal ions with rigid multivalent ligands. On the
other are purely organic systems, which rely on noncovalent
bonding to regulate crystal packing.11 The organic systems may
be further divided into intrinsically and extrinsically porous
molecular crystals.11a Intrinsically porous crystals are based on
molecules with predefined open spaces (macrocycles, cages
etc.),4b−e,5b,7a−c,12 whereas extrinsic porosity results simply
from crystal packing. Of these three approaches (hybrid,
intrinsic/extrinsic organic), the latter is probably the most
challenging as open frameworks must be maintained without
the help of powerful directional coordination bonds or pre-
existing cavities. Some solutions have emerged through
serendipity, such as the classic urea inclusion compounds.13

Others are the result of elegant design and/or exploratory
work.4f−h,5c,d,6,7f,8b,c,14 However most studies in this area yield
single, specific host structures. There are few motifs which
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generate families of readily accessible nanoporous crystals,15

allowing tuning of void dimensions and material properties.
The work described in this paper is founded on a

serendipitous discovery made a few years ago in the course
of our program on anion-binding “cholapods”.16 These
powerful receptors combine a rigid steroidal scaffold, derived
from cholic acid 1 (Chart 1) with various combinations of H-

bond donor groups. Most are reluctant to crystallize but a small
subset, represented initially by 2−4, were found to form
needles from methyl acetate-water or acetone-water mixtures.
All three were subjected to X-ray crystallography, with
interesting results.17 Despite the significant differences between
2−4, the external similarity of the crystals was reflected in the
internal structures; the three were isomorphous, with almost
identical unit cell dimensions and packing arrangements for the
invariant steroidal cores. The packing involved the formation of
helices with hexagonal symmetry (space group = P61),
surrounding solvent-filled channels. The arrangement is
illustrated in Figure 1, using tris-urea 3 as an example.
Individual steroid molecules bind to a single molecule of co-
crystallized water through 5 H-bonds (Figure 1a) and stack to
form columns (Figure 1b). The columns then pack in a
hexagonal arrangement to generate the solvent-filled pores. The
orientation of the steroids in the columns is such that the
terminal groups (methoxy and NHPh) face into the pores and
largely determine the nature of the channel surface. This
explains why three quite different molecules can be
isostructural. Effectively, the terminal groups can expand into
the channel interior without affecting the packing of the
columns which maintain the structure. The channels, moreover,
are unusually wide. In the case of trifluoroacetamide 2, the
average diameter was found to be 16.4 Å. The average diameter
for 3 was only slightly less at 15.7 Å, although the surfaces are
more irregular (Figure 2). There is thus substantial room, in
principle, both for guest molecules and for terminal groups.
Preliminary experiments on 2 implied that guest exchange was
possible, at least for certain solvents (MeOAc, Et2O, toluene).
Evacuation lead to partial degradation (evidenced by crazing),
but the powder X-ray diffraction (XRD) pattern remained
largely unchanged.

Given the space available within the channels, it seemed
likely that a wide range of analogues with a common bis-(N-
phenylureido)steroidal core (Figure 3) would form crystals
isostructural with 2−4. Variation should be feasible not only at
the C3 substituent (R1 in Figure 3) but also at the C24 ester
group (R2 in Figure 3). Moreover as these “nanoporous
steroidal ureas” (NPSUs) would be isostructural they should be
able to form solid solutions (organic alloys), greatly enlarging
the range of systems available. Since our original publication we
have confirmed both of these possibilities. We have described a
series of three NPSUs with aromatic groups in R2, and the
interesting feature of “water wires” in the channels,18 and also a
range of NPSU-based organic alloys.19 Herein we provide a
more complete description of our work surveying the scope and
properties of NPSUs, drawing on 25 examples which have been
characterized by X-ray crystallography. We show how the
dimensions and shapes of the channels can be tuned, and how
their chemical nature can be altered by the introduction of
functional groups (including previously unreported alkene and
aldehyde functionality). We also report, for the first time, that
NPSUs can be porous in the strictest sense, stable to evacuation
and capable of gas adsorption. Moreover we show that they can
adsorb a remarkable range of guests, including organic dyes
with molecular weights up to ∼300 and even the C30
hydrocarbon squalene (Mw = 410).

■ RESULTS AND DISCUSSION
Design and Synthesis. The structures discussed in this

paper fall into two groups. The first are esters of 3α,7α,12α-tris-
(N-phenylureido)-5β-cholanoic acid 6 and include 3 as well as
the 14 variants 7−20 represented in Chart 2. Ester groups R2

were chosen for variation in size (and thus pore diameter) and
surface characteristics (aliphatic vs aromatic vs fluorocarbon)
and also to showcase the potential for placing chromophores
(e.g., azobenzenes), fluorophores (e.g., pyrenes), and reactive
units (e.g., allyl groups) in the channels. The second group are
derivatives of methyl 3α-amino-7α,12α-bis-(N-phenylureido)-
5β-cholanoate 5, including trifluoroacetamide 2, carbamate 4,
tris-ureas 21−26, and amides 27−29 (Chart 3). Again the
variable group (R1) was used to change steric and surface
properties and to introduce chromophores and functional
groups. In this case some quite reactive and polar units were
included, e.g., the aldehyde in 21 and the NHBoc group in 23.
The routes to these compounds are summarized in Scheme

1. Key intermediates are amine 5 and tris-N-phenylurea 3.
Amine 5 is accessible from cholic acid 1 via a multistep but
well-established route in ∼40% overall yield.17,20 Tris-urea 3
may be prepared from 5 by treatment with phenyl isocyanate or
more directly from 1 via methyl 3α,7α,12α-triaminochola-
noate.21 Esters 7−20 (Chart 2) are available from 3 via
equilibration with lithium alkoxide or hydrolysis to acid 6
followed by O-alkylation or carbodiimide-induced esterification.
The derivatives in Chart 3 may be prepared from 5 by
treatment with an aryl isocyanate (giving 21−26) or an
acylating agent (giving 27−29). The preparations of 9, 10, 12,
14−19, 23, 26, and 29 have been reported previously.18,19,22

Procedures for the remaining compounds in Charts 2 and 3 are
given in the Supporting Information.

Crystallography. The steroids in Charts 2 and 3 were
crystallized from methyl acetate or acetone, to which small
amounts of water had been added, through slow evaporation of
the organic solvent. In most cases either solvent system was
effective. Other polar solvents, such as methanol or ethanol, or

Chart 1. Formulae for Cholic Acid 1 and Prototype NPSUs
2−4

Journal of the American Chemical Society Article

dx.doi.org/10.1021/ja405701u | J. Am. Chem. Soc. 2013, 135, 16912−1692516913



Figure 1. The crystal structure of prototype NPSU 3. (a) Single molecule of 3 in the crystal. The steroid is solvated by a molecule of water which
forms hydrogen bonds to all three urea groups. Terminal OCH3 and NHPh groups are colored magenta and gold, respectively. (b) Molecules of 3
stack to form columns, running along the crystallographic c axis. Representation as for (a) except that core steroidal atoms are colored blue and green
in adjacent molecules, and water molecules are shown with thick bonds. (c) The crystal structure viewed down the c axis. One column of steroids is
highlighted using the coloring from (b), with the OCH3 and NHPh groups now in spacefilling mode. (d) A single channel sliced in half along the c
axis, viewed in spacefilling mode. Terminal OCH3 and NHPh groups retain their coloring, other atoms near or at the internal surface are shown as
light blue. (e) 3D schematic representation of a channel, showing helical arrangement of methyl groups and aromatic rings (spheres and hexagons,
respectively).

Journal of the American Chemical Society Article
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nonpolar mixtures, such as chloroform-hexane, yielded oils or
amorphous solids. All the compounds could be analyzed by
single crystal X-ray diffraction (SCXRD), and with the single
exception of 29 (see below), all formed crystals with the P61
NPSU packing. The structures of 2−4, 14, 16, and 18 have
been reported in communications,17,18 the remainder are
described for the first time herein. Unit cell dimensions for
the full series are listed in Table 1. As expected these show only
minor variations, the differences between the steroids being
accommodated by changes to the shape, diameter, and surface
characteristics of the pores. Unsurprisingly, given the open
nature of the pore region, disorder in terminal groups R1 and
(especially) R2 was fairly common, being present in 11 of 25
structures. However, in most cases the groups concerned were
divided between just two positions, so that a reasonable model
of the crystal (for estimating pore volume etc.) could be
obtained by deleting the minor component. This applied to 4,
8, 10, 12, 13, and 24 (disorder in R2), and 22 (disorder in R1).
In two cases, 15 and 19, deleting one of the two possible
positions did not give a viable structure. However, these crystals
could be modeled successfully by assuming equal occupancy of
both positions, on an alternating basis. After editing where
relevant, the smoothed solvent accessible surfaces and resulting
guest-accessible volumes were calculated using Materials
Studio, employing a probe of radius 1.2 Å. These values are
given in Table 1, while images of the surfaces are available as
Supporting Information. Also included in Table 1 are minimum
pore diameters. These were estimated by repeating the
calculation using probes of increasing size until the surface
was no longer continuous. The resulting value is, effectively, the

diameter of the largest sphere which can pass through the
channel. Images of selected structures viewed down the pores,
with terminal groups shown in spacefilling mode, are shown in
Figure 4 (compounds from Chart 2, varying ester group R2)
and Figure 5 (compounds from Chart 3, varying C3 terminal
group R1).

Figure 2. Interior surfaces for trifluoroacetamide 2 and tris-N-phenylurea 3 viewed along the c-axis. The surfaces were calculated using a 1.4 Å probe.

Figure 3. General formula for NPSUs. The core bis-(N-phenylureido)-
steroidal unit maintains the P61 nanoporous structure, while groups R

1

and R2 control the size and nature of the pore.

Chart 2. NPSU Structures with Variation of Ester Terminus
R2
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Table 1 and Figures 4 and 5 illustrate the wide variety of
structural properties available via the NPSU system. For
example, starting at nearly 20% (for 2), the volume available in
the pores can be tuned downward in small increments
essentially to zero (for 15 and 19). Indeed, by taking advantage

of alloy formation,19 continuous variation should be possible
with these compounds. Unsurprisingly, pore volumes and
diameters are generally determined by the size of the terminal
groups, but more subtle effects are also in play. For example, in
the series with varying OR2 (Chart 2, Figure 4), a 2-carbon
spacer between the oxygen and an aromatic group tends to
allow efficient packing of the aromatic surface against the side
of the channels. Thus, for pyrenyl derivative 16, space remains
down the center for hydrogen-bonded chains of water
molecules.18 In contrast, a 1-carbon methylene spacer directs
the aromatic group toward the center of the channel. In the
case of pyrenyl derivative 15, this results effectively in full
occupation of the channel; the calculated guest-accessible
volume and minimum diameter are both close to zero.
Paradoxically, therefore, the larger terminal group (in 16)
leaves more space than the smaller group in 15.
The shape of the channel wall (smooth vs corrugated) is

another feature which can be altered. As mentioned above,
compounds for which R2 = CH2CH2Ar (e.g., 14, 16, 18) tend
to adopt structures in which the aromatic groups line the
surfaces of the channels.18 The resulting pores are relatively
smooth and cylindrical, as illustrated for 14 in Figure 6 (top).
In other systems from Chart 2, the channel surface is
presumably corrugated, but with random and/or flexible
character due to disorder within the crystal. An example is
provided by 13, for which the naphthylmethyl group appears in
two orientations, one roughly perpendicular and one more
nearly parallel to the channel axis. Well-defined corrugated
pores may be accessed by placing extended substituents at R1

(which is less prone to disorder). Thus for both 24 (R1 =
azobenzene) and 25 (R1 = biphenyl) the C3-substituent
reaches well toward the c axis creating strongly asymmetric
helical pores (Figure 6, middle and bottom).
This work also shows that the chemical nature of the pore

walls can be subject to wide variation. The structures collected
in Figures 4 and 5 feature an alkenyl group CC (8), a helical
strip of fluorocarbon surface (10), an aldehyde (21), a
thioether (22), a Boc-protected amine (23), and an

Chart 3. NPSUa Structures with Variation of C3 Terminal
Group R1

aAlthough 29 is included here for convenience, it does not adopt the
NPSU crystal packing. For further details see text.

Scheme 1. Synthetic Routes to NPSUs

Journal of the American Chemical Society Article
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iodobenzene (26). As illustrated in Figure 7, all are positioned
where they can interact with guest molecules and participate in
reactions or noncovalent interactions.
Finally, crystallography of acetamide 29 showed that not

every molecule defined by Figure 3 adopts the P61 NPSU
structure. In this case crystallization gave two polymorphs,
depending on the solvent. A monoclinic (P21) form obtained
from methyl acetate/water was denoted 29α, and a tetragonal
(P432121) form which crystallized from acetone/water was
denoted 29β. The molecular units in the two forms are almost
identical, and qualitatively different to those in the NPSUs; in
particular, the C3 substituent is positioned so that the NH
group points inward, creating a binding site which accom-
modates two water molecules (see Figures S31 and S32). In
both crystals the packing is efficient, leaving no substantial
voids (see Figures S57 and S58).
Crystal Porosity: Solvent Removal and Gas Adsorp-

tion. The term “nanoporous” implies that the crystal is
permeable, allowing exchange of small guest molecules, and
that this process does not substantially affect the host
framework.23 Ideally, the crystals should also be able to survive
the removal of all guest molecules without loss of structure and
then show reversible gas adsorption to confirm porosity.11b As
mentioned earlier, we previously demonstrated that trifluor-
oacetamide 2 satisfies, at least, the guest-exchange criterion.

The results from evacuation were less clear-cut; the powder
XRD (PXRD) pattern remained essentially unchanged, but the
crystals crazed and became opaque. However, further work
established that 2 is atypical. Most NPSU crystals, especially
those with 3α-ureido substituents, showed no change in
appearance on evacuation. Nonetheless it was clearly desirable
to establish the solvation state of a typical NPSU, show that the
solvent could be removed, and demonstrate that the resulting
crystals were unchanged and capable of gas adsorption. We
chose tris-N-phenylurea 3 for this study, as this compound is
the most accessible NPSU and has proved the most convenient
for routine use.19

Crystals of 3 were obtained as needles from acetone/water
(initial ratio 10:1), after washing with acetone and air-drying.
Samples were then evacuated at room temperature and 100 °C
for 24 h. The three samples (air-dried, RT evacuated, 100 °C
evacuated) were then analyzed by 1H NMR in DMSO, using a
procedure which allowed the amount of background water to
be measured and taken into account.24 The crystals were also
examined by light microscopy and PXRD. The composition of
the air-dried crystals was found to be 3:water:acetone =
1:3.8:0.2. Allowing for the single water molecule per steroid
embedded in the channel wall, this implies that the pores are
filled with ∼3 molecules of H2O per molecule of 3, with a small
amount of organic solvent also present. After evacuation at RT

Table 1. Crystal Data for NPSUs Depicted in Charts 2 and 3

NPSU a = b (Å) c (Å) V (Å3) guest accessible volume (Å3)a guest accessible volume (%) minimum pore diameter (Å)b

2 28.692(4) 11.500(2) 8198(2) 1568.32 19.1 13.1c

3 29.0842(6) 11.4888(3) 8416.3(3) 1351.67 16.1 10.8c

4 28.834(4) 11.609(2) 8359(2) 1411.22d 16.9 10.3c

7 28.967(2) 11.5405(18) 8386.3(16) 1136.13 13.5 9.3
8 28.9183(14) 11.5106(6) 8336.3(7) 1037.32d 12.4 8.9
9 28.9203(11) 11.5171(4) 8342.2(5) 721.23 8.6 6.6
10 29.0839(7) 11.4442(3) 8383.4(4) 782.17d 9.3 7.7
11 28.9611(6) 11.4464(3) 8314.4(3) 704.71 9.6 7.7
12 28.6821(17) 11.3981(8) 8120.5(9) 410.20d 5.1 4.9
13 28.9274(6) 11.4568(2) 8302.6(3) 351.01d 4.2 4.6
14 28.9480(6) 11.4319(2) 8296.3(3) 239.86 2.9 5.4
15 29.0884(9) 11.3681(8) 8330.2(7) 36.86e 0.4 <1.1f

16 29.315(3) 11.5430(11) 8590.5(14) 179.33 2.1 5.6
17 29.021(4) 11.4268(15) 8334.7(18) g − −
18 29.2924(12) 11.3062(5) 8401.5(6) 119.83 1.4 5.0
19 29.4598(10) 11.4907(4) 8636.5(5) 0.18e 0.002 <1.1f

20 29.4818(11) 11.4124(4) 8590.4(5) g − −
21 28.922(2) 11.4784(11) 8315.3(12) 1133.91 13.6 10.2
22 28.772(4) 11.482(2) 8232(2) 954.12h 11.6 9.7
23 29.1996(10) 11.3965(4) 8415.0(5) 475.39 5.6 6.6
24 28.9160(6) 11.3626(2) 8227.8(3) 514.03d 6.2 5.0
25 29.004(5) 11.317(5) 8245(4) 658.72 8.0 6.8
26 28.9152(18) 11.4141(8) 8264.7(14) 1036.55 12.5 9.5
27 28.3307(10) 11.5857(11) 8053.2(9) 1483.05 18.4 12.0
28 28.3778(6) 11.6370(3) 8115.8(3) 1214.66 15.0 11.4

aCalculated from the “smoothed solvent accessible surface”, obtained from the Materials Studio program employing a spherical probe of 1.2 Å
radius. Solvent molecules in the channels were removed before performing the calculations. Calculations of total solvent accessible surfaces give
higher values but include small voids outside the channel region. bEstimated by calculating the “smoothed solvent accessible surface” using differing
probe radii (increments/decrements of 0.05 Å). The value given is the diameter of the largest probe for which the calculation yields a continuous
surface. cThese values are slightly smaller than those reported in ref 17, due to a change in the method of calculation. dEster group R2 disordered
over two positions. The minor component was removed before pore volume and diameter calculations. eEster group R2 disordered over two
positions. A reasonable model of the crystal could be built using the assumption that R2 in neighboring molecules occupied alternating positions, and
this model was used for the pore volume and diameter calculations. fWhen the probe diameter is reduced to this value, voids are generated outside
the channel region while a continuous pore surface has not yet appeared. gEster group R2 severely disordered and could not be located. hMeS
disordered over two positions, one being removed before pore volume and diameter calculations.

Journal of the American Chemical Society Article
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the composition was 3:water = 1:1, implying that the channels
are empty. Microscopy and PXRD revealed no significant
changes. After evacuation at 100 °C for 24 h the ratio 3:water
reduced slightly to 1:0.9. This suggests some degradation,
although microscopy and PXRD again showed no major
changes. Samples of 3 were also heated to 150 °C and above,

and in these cases clear signs of decomposition were observed
both by microscopy (loss of transparency) and PXRD (loss of
diffraction peaks).
Having established that the pores could be evacuated without

loss of crystallinity, we proceeded to confirm the permanent
porosity of 3 using N2 gas adsorption measurements for a

Figure 4. Channel regions of NPSU crystals from Chart 2, viewed along the channel axis. Terminal groups R1 (= NHPh) and OR2 are shown in
space-filling mode, with R1 colored gold. Some structures have been edited as indicated in Table 1.

Figure 5. Channel regions of NPSU crystals from Chart 3, viewed along the channel axis. Terminal groups R1 and OR2 (= OMe) are shown in space-
filling mode, with OR2 colored magenta. Some structures have been edited as indicated in Table 1.

Journal of the American Chemical Society Article
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sample that had been heated under vacuum at 75 °C for 9 h.
Surprisingly, the N2 adsorption predominately takes place at
high relative pressures (p/po > 0.7), and there is significant
hysteresis between the adsorption and desorption isotherms
giving a Type IV isotherm (see e.g., Figure 8).25 This hysteresis
differs from that observed in mesoporous materials (pore
diameter >20 Å) that generally closes at lower relative pressures
(p/po ∼ 0.4) and which is related to pore evacuation involving

capillary action. Furthermore, the desorption isotherm falls
below that of the adsorption isotherm at p/po ∼ 0.7. These
unusual features are reproduced when the adsorption−
desorption cycle is repeated and presumably reflect slow,
nonequilibrium, kinetics of N2 adsorption. Such slow kinetics is
understandable if access to the pores is restricted to the
relatively small number of openings located at the end of the
long needle-shaped crystals, which are on average >2 mm in

Figure 6. Crystal structures of 14, 24, and 25 viewed perpendicular to the c axis. For the images on the left, the groups which dominate the channel
surface (OR2 for 14, R1 for 24 and 25) are highlighted in spacefilling mode. For the right-hand images, the smoothed solvent accessible surfaces have
been added using Materials Studio, and the structures have then been sliced along the c-axis.

Journal of the American Chemical Society Article
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length. We have previously shown that the pores in 3 are
parallel to the long axis of the crystals.17 Similar hysteresis was
observed by Tosi-Pellenq et al. from the N2 isotherms of long
(150 μm) microporous crystals of AlPO4-5,

26 which also

contain cylindrical channels (0.76 nm in diameter) along the
long axis of the crystals. In this case the hysteresis was
attributed to delayed condensation of N2 within the channels.25

The fact that the desorption isotherm in Figure 8 dips below
the adsorption isotherm implies that evaporating nitrogen is
lost more rapidly from the channels than gaseous N2 is
readsorbed. This may relate to pressure differences between the
interior and exterior of the crystals; it is reasonable to suppose
that when the crystals are compressed, inward gas transfer
could be relatively slow, while internal pressure could expand
the crystals and assist N2 efflux. The possibility that the effects
are due to collapse of the crystal structure during N2 analysis
was discounted by confirming that the structure remained
unchanged, as shown by SCXRD of a crystal extracted from the
sample of 3 used for N2 analysis.
The BET surface area calculated from the N2 adsorption

isotherm is very low (29 m2/g) and probably represents only
the external surface area of the crystals. However the pore
volume of 0.17 mL/g calculated from the total N2 uptake (4.9
mmol/g) is highly consistent with the guest-accessible volume
(16.1%) calculated from the crystal structure (i.e., 0.17 mL/g
equates to 16% of the total volume given a crystal framework
density of 0.941 g/mL). The pore volume obtained from N2

Figure 7. Space-filling representations of the channel regions in 8, 10, 21, and 22. The structures have been sliced along the c-axis to expose the pore
interiors and are viewed roughly perpendicular to c and a (see axes attached to 8). Conventional coloring is used for the distinctive groups in each
structure (OR2 for 8 and 10, R1 for 21 and 22), the remaining atoms being shown as silver-blue. Some structures have been edited as indicated in
Table 1.

Figure 8. N2 adsorption (◆) and desorption (◇) isotherms for
crystal 3 at 77 K. See text for discussion.
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uptake is also consistent with the values calculated from the
adsorption of liquid guests, as discussed in the following
section.
Crystal Porosity: Adsorption of Organic Guest

Molecules. NPSUs 2 and 3 were also studied as hosts for
organic molecular guests. One series of experiments involved
the liquid substrates 30−36 (Chart 4). Air-dried crystals of 3

were placed in each, left for 12−24 h, washed briefly with ether,
and subjected to 1H NMR analysis. All of the substrates were
adsorbed in significant amounts, as summarized in Table 2.
Aniline 30 formed a well-defined host−guest 1:1 complex
which could be characterized by X-ray crystallography. As
shown in Figure 9, the aniline molecules form a helix within the

channel, apparently stabilized by a close interguest CH···N
contact (dC−H···N = 2.68 Å). The anilines are also held in place
by specific favorable interactions with the channel wall,
including hydrogen bonds between amino NH and host ester
carbonyl (dN−H···O = 2.46 Å and θN−H···O = 167.8°), NH−π
interactions involving the second amino NH and a host phenyl
group (dN−H···π = 2.84 Å), and CH−π interactions to the aniline
π-system. Chlorobenzene 31 was also absorbed in a 1:1 host−
guest ratio, although in this case the guest could not be located
crystallographically. Oct-4-yne 32 was taken up in a 3:2 host−
guest ratio. For each of 30−32, a calculation of the volume of
liquid absorbed per unit mass of host gave a value of ∼0.12
mL/g, consistent with the pore volume obtained by gas
adsorption (see above and Table 2). This represents a pore-
filling efficiency of ∼70% using the pore volume calculated
from the crystal structure, which is consistent with a strong
affinity between the crystal and adsorbate.27 Similar calculations
based on the uptake of 33−36 suggested that these were
absorbed less efficiently. However the value for squalene 36, at

Chart 4. Organic Dyes Used for Adsorption Studies

Table 2. Adsorption of Liquid Guests by NPSU 3

amount adsorbed

guest equivalents
volume of liquid/mass of solid host

(mL/g)a

aniline 30 1 0.115
chlorobenzene 31 1 0.128
oct-4-yne 32 0.67 0.124
1,3-dibromopropane
33

0.8 0.102

1,2-diethoxyethane 34 0.4 0.071
limonene 35 0.15 0.031
squalene 36 0.14 0.084

aCalculated from guest/host mass ratio and density of liquid guest.

Figure 9. X-ray crystal structure of 3 with adsorbed aniline, viewed
along the c-axis (top) and a-axis (bottom). The aniline is shown in
space-filling mode.
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65% of the maximum, is remarkable for such a large (30-
carbon) guest.
The aniline·3 complex was used to investigate the kinetics of

adsorption. Samples of air-dried crystalline 3 were place in
aniline and then removed, washed with ether, and analyzed by
1H NMR after periods ranging from 2 to 180 min. The results
showed that the crystals are filled to about half capacity very
quickly (within the first 2 min), but that subsequent adsorption
is much slower. Saturation was reached after about 120 min.
We were also interested to discover whether the aniline could
be oxidized to polyaniline within the channels. Indeed,
treatment of the complex with peroxyammonium sulfate in
0.1 N HCl caused the crystals to turn dark violet (after 4 h)
then green (after 12 h). The diffuse-reflectance UV−vis
spectrum of the product showed adsorption maxima at 420
and 795 nm consistent with polyaniline formation (see Figure
S75).28 PXRD analysis showed that the NPSU structure was
retained, although the crystals were no longer suitable for
single-crystal X-ray structure determination.
Another set of experiments involved the adsorption of larger

guest molecules from solutions in diethyl ether. In these cases
colored guests were used for ease of analysis and the potential
for interesting or useful optical effects. The dyes employed are
shown in Chart 4. In an initial screen, solutions of dyes 37−43
in ether (10−20 mM) were added to crystals of 3, and the
mixtures left to stand for 3 days. After isolation and washing

with ether, all crystals were visibly colored. In the case of 37−
41 the colors were strong enough to show clearly under a
microscope (see Figure 10). As shown in Figure 10, the colors
appeared to permeate the crystals and were not localized at
ends or edges. Interestingly, the crystals containing Nile Red 41
were observed to be blue-purple (Figure 10e). This dye is
strongly solvatochromic, its optical adsorption moving to
longer wavelengths with increasing solvent polarity,29 and a
blue or purple color suggests a highly polar environment.
Soaking the crystals in ether for 24 h resulted in loss of color,
showing that the dye adsorption was reversible. A second
NPSU crystal, trifluoroacetamide 2, was also investigated as
host and was found to absorb azo-dyes 37 and 38. The
combinations of 3 with Disperse Red 1 (38) and azulene (43)
were investigated further, to establish how much dye was
included and how fast. In the case of azulene, only ∼1 mol %
was absorbed, while equilibrium was reached within the first
hour. In the case of 38, the first 1 mol % was also absorbed
quickly, but a further quantity (nearly 1 mol %) was taken up in
a slower process over ∼24 h.
Despite the appearance of the crystals there was room for

concern that the dyes might not be entering the channels but
somehow associated with cracks or defects in the crystals. To
test this possibility, we examined the colored crystals under a
microscope using plane polarized light. If the dyes were
occupying the channels, it seemed likely that some (at least)

Figure 10. Crystals of 3 after exposure to ethereal solutions of (a) 37, (b) 38, (c) 39, (d) 40, and (e) 41.
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would show preferential alignments. If the transition dipole
moments were to lie roughly along the channel axis (the long
axis of the crystal) the crystals should be dichroic, i.e., their
colors should be dependent on their orientation with respect to
the plane of polarization. We were pleased to find that this was
true for several combinations. Figure 11 shows pairs of

photomicrographs in which crystals of identical composition,
but oriented at roughly 90° to each other, are illuminated with
polarized light. Each pair of images shows the same crystals,
with the plane of polarization differing by 90°. The crystals are
clearly dichroic, changing from colored to almost colorless as
the plane of polarization is rotated. The effect was observed for
2·37, 2·38, 3·37, 3·38, and 3·41 but not for 3·39 or 3·40. The
guests which lead to dichroism (37, 38, and 41) possess
extended dipoles due to conjugation of an amino group with an
electron acceptor. This feature should encourage the molecules

to adopt a head-to-tail arrangement parallel to the channel axis.
The images in Figure 11 provide strong evidence that the dye
molecules are indeed in the channels revealed by crystallog-
raphy.
It should be noted that this phenomenon of dye uptake by

organic molecular crystals is rare and may be unprecedented. It
is well-known that dyes may be adsorbed by inorganic crystals,
such as zeolites,30 or by organic−inorganic hybrids (PCPs/
MOFs).31 However, the inclusion of dyes in organic molecular
crystals is normally achieved by cocrystallization,6,32,33 not by
the interaction of substrates with macroscopically sized
preformed crystals. This ability of NPSUs to adsorb such
large guest molecules highlights their unusual combination of
robust crystal structures with spacious accessible interiors.

■ CONCLUSION
In principle, the NPSU crystal packing represents a powerful
tool for the design of functional materials. Whether that
potential can be realized depends largely on two factors. First,
the structure needs to be generalizable, forming in (at least)
most of the cases where it might be predicted. Second, the
crystals need to be truly porous so that the space within may be
exploited. This work provides reassurance on both counts. We
have now examined the crystal structures of 26 molecules with
the general structure represented in Figure 3, and of these only
one (acetamide 29) fails to adopt the P61 NPSU arrangement.
The range of NPSUs now includes examples with vanishingly
small pores sizes, strongly corrugated pore surfaces, and several
cases with potentially reactive functional groups (CH2CH
CH2 in 8, CHO in 21, SMe in 22, and NHBoc in 23). It is
notable that neither the aldehyde nor NHBoc groups, both of
which are quite polar, disturbed the NPSU packing. We have
also shown that the pores can be evacuated without loss of
integrity and that subsequent gas adsorption is possible
(although given the pressures involved and the low pore
volume, applications in gas storage are unrealistic). More
importantly, organic molecules are also absorbed, including the
large rigid Nile Red 41 (Mw 318), and the even larger but more
flexible squalene 36 (Mw 411). The ability to orient dye
molecules suggests applications in display technology and
nonlinear optics. Although not all dyes showed this behavior,
the tunability of the pores implies that the phenomenon should
be extendable (e.g., by tailoring of channel diameter). The fact
that small molecules can readily access the pores points to
further applications in catalysis, sensing, and separations,
especially given the chirality of the crystals and the ability to
incorporate effector groups through alloy formation.19 We hope
to explore these and other possibilities in future work.
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