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Abstract: p-tBu-calix[4]arene (H4TBC[4]) has proven to be an incredibly versatile ligand for the
synthesis of 3d- and 3d/4f - clusters, in particular those containing mixed-valent Mn ions. These are of
interest to the magnetochemist for the diversity of magnetic behaviours that can be shown, along with
a huge variety of nuclearities and topologies accessible, which allow one to outline magneto-structural
correlations and a quantitative understanding of their properties. This contribution reports the
synthesis, analysis and magnetic properties of a Brucite-like Mn-oxo/hydroxo octanuclear fragment
encapsulated within/capped by four [MnIII-TBC[4]]− moieties. A diol coligand in the reaction mixture
plays a seemingly important role in determining the outcome, though it is not incorporated in the
final structure.

Keywords: calixarenes; coordination clusters; manganese; molecular magnetism

1. Introduction

Manganese continues to play a prominent role in the chemistry of 3d transition metals, owing to
its significance across a breadth of research areas, including bioinorganic [1] and biomedicinal
chemistry [2], catalysis [3], nanomaterials [4], spectroscopy [5], and molecular magnetism [6]. In the
latter category, the ability of the Mn ion to exist in a variety of stable oxidation states (II-IV) allows for the
construction of polymetallic cluster compounds exhibiting a variety of interesting magnetic behaviours,
including the stabilization of large spin ground states [7], the slow relaxation of magnetization [8],
spin frustration [9], vibrational coherences [10], and enhanced magnetocaloric effects [11]. A key
component in understanding the physical properties of all Mn-based molecular magnets is the
construction of large families of related compounds so that structure-magnetism relationships can be
quantitatively rationalised, and this requires the careful design and exploitation of specific organic
bridging ligands.

We have been exploring the coordination chemistry of calix[n]arenes (C[n]s) with Mn (as well as
other metals), as these molecules hold the potential to isolate coordination clusters in the solid state in
various different ways, for example, by exploiting the wedge shape of p-tBu-calix[4]arene (H4TBC[4]).
As can be seen from the acetonitrile (CH3CN) solvate of H4TBC[4] (Figure 1a) [12], the shape of
the building block exerts strong influence over assembly and typically results in antiparallel bilayer
formation in the solid state. The hydrophobic cavities are offset in this case and are occupied by
acetonitrile of crystallization, though the same phenomenon is also observed for other solvates such
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as dmf [13]. With respect to cluster formation, p-tBu-calix[4]arene (H4TBC[4]) has proven to be a
particularly versatile platform for the synthesis of a wide range of different topologies, with nuclearities
reaching up to fourteen [13–16]. A recurring structural theme we have noticed in this work is that
the [MnIIITBC[4]]− moieties act as bridges to metal ions within the cluster through their phenolate
groups (Figure 1b), but also as polyhedral capping units (Figure 1c) [17]. The latter suggests that these
can be used to encapsulate small metal-oxo-hyroxo fragments growing in 2- or 3-dimensions. Thia,
sulfonyl and sulfinyl calix[4]arenes have also been employed in this way, though they give access
to markedly different topologies due to the presence of donor atoms at the bridge positions [18–23].
In all cases, new species isolated with methylene- or heteroatom-bridged calix[4]arenes would be of
particular interest to magnetochemists researching topological spin frustration [24]. Herein, we discuss
the synthesis, structure and magnetic behaviour of a mixed-valent [MnIII

8MnII
4] species built with

TBC[4], the core metallic skeleton of which is related to the hydroxide-based mineral Brucite.
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The central metal–oxygen core of 1 describes a near-planar, mixed-valent
[MnIII

6MnII
4(µ4-O)2(µ3-OH)6(µ-OH)4(Cl)2] sheet-like structure (Figures 2 and 4). The MnIII

ions in 1 (Mn1, Mn2, Mn4, and symmetry equivalent, s.e.) are easily distinguished through the
presence of coparallel Jahn-Teller (JT) axes, oriented approximately 40◦ from the plane of the metal
ions. The two Cl ions (Cl1 and s.e.) bridge between neighbouring MnII ions (Mn3-Cl-Mn5 and s.e.,
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86.21◦). Mn1 (and s.e.) is bound in a TBC[4] lower-rim tetraphenolato pocket (Mn1-O1-4, with bond
distances in the range of 1.882(2)–1.973(2) Å), with its distorted octahedral geometry completed
by a ligated dmf molecule residing within the TBC[4] cavity (Mn1–O18, 2.271(3) Å), and a µ3-OH
(Mn1–O9, 2.216(2) Å) that also bridges Mn2 and Mn3 (Mn2–O9, 1.931(2) Å and Mn3–O9, 2.209(3) Å).
The remaining MnIII ion (Mn6 and s.e.) is also bound within a TBC[4] lower-rim tetraphenolato pocket
(Mn6-O5-8, with bond distances in the range of 1.930(2)–1.948(2) Å) sitting above/below the [Mn10]
plane (Figure 2), bonded to Mn2 and Mn4 (and s.e.) through a µ4-O2- ion (Mn6–O13, 2.144(2) Å).
Each of these O-atoms is H-bonded to a bridging hydroxide in the [Mn10] plane (O···O, 2.643–2.870 Å).
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Figure 4. The near-planar, mixed-valent [MnIII
6MnII

4(µ4-O)2(µ3-OH)6(µ-OH)4(Cl)2] sheet-like structure
at the core of complex 1. Colour code: MnIII—purple; MnII—pale blue; O – red; Cl—green; dmf—orange.
Carbon, nitrogen and hydrogen atoms, as well as solvent of crystallization omitted for clarity.

Interestingly, Mn6 (and s.e.) is formally five-coordinate and in square-pyramidal geometry
(Figure 3), with the CH3CN molecule occupying the TBC[4] cavity and interacting with the Ph
rings through CH···π interactions. We have observed such behaviour in other TBC[4]-supported Mn
cages [25], and this is also reminiscent of the host-guest chemistry found in the CH3CN solvate of
TBC[4] (Figure 1a) [12]. The preference of the TBC[4] ligands to host MnIII ions over MnII ions in 1 is
entirely consistent with our previously published empirical binding rules for this ligand [17].

One of the goals behind our use of C[n]s in cluster synthesis is to isolate or ‘dilute’ these species in
the solid state. This has been achieved efficiently in the formation of 1, with TBC[4]s protecting the
cluster core (Figure 5). The closest intermolecular interactions found between s.e. of 1 in the extended
structure occur between Cl ions at a Cl···Cl distance of ~3.3 Å, and between dmf molecules at an N···O
distance of ~3.6 Å, directing chains of [Mn12] cages along the a-axis of the cell. Inspection of Figure 5
and comparison with Figure 1A shows similar assembly behaviours despite the fact that the overall
shape of 1 is markedly different to that of the parent H4TBC[4]. The ‘coating’ of 1 with [MnIIITBC[4]]−

capping moieties results in head-to-head packing dominated by the calixarenes. This is another
common structural trend that is emerging as this work progresses, another example being that trigonal
planar enneanuclear [CuII

9] clusters adapt to display similar packing behaviour in sheets, even though
the clusters are unable to form the typical bi-layers. Interestingly, the metal–oxygen core present in 1
(Figure 4) is reminiscent of a portion of the Brucite ([Mg(OH)2]) lattice, and is similar to that observed in
[Mn6–12] “rods” built with the tripodal alcohol ligands H3thme (1,1,1-tris(hydroxymethyl)ethane) and
H3tmp (1,1,1-tris(hydroxymethyl)propane) [26], and to the [MnIII

6MnII
4] “planar discs” built with the

ligands 2-amino-2-methyl-1,3-propanediol (ampH2) and 2-amino-2-ethyl-1,3-propanediol (aepH2) [27].
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Magnetic susceptibility (χM) data were measured on a powdered, restrained crystalline sample 
of 1 under a 0.1 T dc field in the T = 5–300 K temperature range. The temperature dependence of the 
χMT product is shown in Figure 6. At room temperature, the χMT value of 40.82 cm3 K mol‒1 is close 
to the Curie constant expected for eight MnIII and four MnII ions, assuming a g-value of 2.00 (41.5 cm3 
K mol‒1). The χMT value remains approximately constant as the temperature is decreased until ~150 
K, where it starts to decrease, reaching a minimum value of 13.27 cm3 K mol‒1 at 5 K. This behaviour 

Figure 5. Extended structure of 1 looking down the a-axis. Packing of neighbouring clusters is
dominated by TBC[4]s, which mimic head-to-head dimer assembly akin to that shown for the CH3CN
solvate of H4TBC[4] in Figure 1a [12]. Colour code: MnIII—purple polyhedra; MnII—pale blue
polyhedra; O—red; C—grey; hydrogen atoms, solvent of crystallization and ligated solvent omitted
for clarity.

2.2. Magnetic Behaviour

Magnetic susceptibility (χM) data were measured on a powdered, restrained crystalline sample
of 1 under a 0.1 T dc field in the T = 5–300 K temperature range. The temperature dependence of
the χMT product is shown in Figure 6. At room temperature, the χMT value of 40.82 cm3 K mol-1 is
close to the Curie constant expected for eight MnIII and four MnII ions, assuming a g-value of 2.00
(41.5 cm3 K mol-1). The χMT value remains approximately constant as the temperature is decreased
until ~150 K, where it starts to decrease, reaching a minimum value of 13.27 cm3 K mol-1 at 5 K.
This behaviour is indicative of the presence of predominantly weak antiferromagnetic interactions
between the constituent metal ions. A fit of the 1/χM versus T data to the Curie–Weiss law afforded
the Weiss constant, θ = −10 K. Magnetization measurements, performed in fields between 0.5–7 T
(Figure 7), are in agreement with this observation, showing M increasing in a near linear like fashion
with H, indicative of the field-induced population of low-lying excited states with larger magnetic
moments. Previous magneto-structural correlations in alkoxide-bridged MnIII dimers in which the JT
axes are coparallel, as seen in the central [Mn10] planar core (Figure 4), predict borderline and weak
ferro- or antiferromagnetic exchange interactions, as observed [28]. No signals were observed in ac
susceptibility measurements for data collected in the T = 1.8–10 K temperature range in frequencies up
to 1500 Hz.
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3. Conclusions

The reaction between MnCl2·6H2O, H4TBC[4], H2bd, [NH4][ClO4] and
NEt3 in CH3CN / dmf affords the dodecametallic, mixed-valent cluster
[MnIII

8MnII
4(µ4-O)2(µ3-OH)6(µ-OH)4(µ-Cl)2(TBC[4])4(dmf)8(H2O)4(CH3CN)2]. The structure

describes a central, near-planer Mn-oxo-hydroxo moiety, reminiscent of the Brucite lattice,
encapsulated by [MnIII-TBC[4]]− moieties. Magnetic susceptibility and magnetization measurements
reveal dominant and weak antiferromagnetic exchange interactions between the metal centres.

Somewhat surprisingly, 1,4-butanediol is a crucial component required for the formation of 1
despite the fact that it is not incorporated in the resulting cluster. Absence of this key reactant affords
the previously reported mixed-valence TBC[4]-supported Mn-butterfly cluster, suggesting that this
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chelate plays a crucial role in (possibly hindering) cluster formation and producing a significantly
higher nuclearity species in the process; the TBC[4]-supported Mn-butterfly cluster (Figure 1b) can be
formed rapidly in approximately 15 min, and quantitatively precipitates from solution within an hour.
The development reported here suggests that the use of other potential coligands with similar chemical
make-up may offer the possibility to access/isolate other large, discrete high-nuclearity species. Results
from this study will be reported in due course and will ideally shed additional light on the important
role of such non-innocent reactants.
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Appendix A

MnCl2·4H2O (99 mg, 0.5 mmol, Sigma Aldrich, UK), H4TBC[4] (97 mg, 0.15 mmol, Sigma Aldrich,
UK) and NH4ClO4 (140 mg, 1.2 mmol, Sigma Aldrich, UK) were dissolved in a mixture of dmf
(10 mL, Fisher Scientific, UK) and CH3CN (10 mL, Fisher Scientific, UK). 1,4 butanediol (90 mg,
1 mmol, Sigma Aldrich, UK) was then added with stirring. After five minutes, NEt3 (0.42 mL, 3 mmol,
Sigma Aldrich, UK) was added dropwise and the reaction mixture stirred for two hours. X-ray quality
crystals were obtained after 3 days in ~20% yield following filtration of the mother liquor with
subsequent diffusion of diethyl ether (or hexane) into the resulting solution. Elemental analysis:
found (calc. %) for C222H320Cl2Mn12N18O42: C 57.61 (57.43), H 6.94 (6.95), N 5.35 (5.43). Crystal
Data (CCDC 1993320): C204H288Cl2Mn12N10O40 (M =4250.61 g/mol): triclinic, space group P-1 (no.
2), a = 16.144(16) Å, b = 19.437(19) Å, c = 22.33(2) Å, α = 110.119(15)◦, β = 104.06(2)◦, γ = 90.752(15)◦,
V = 6347(11) Å3, Z = 1, T = 100(2) K, µ(MoKα) = 0.656 mm−1, Dcalc = 1.112 g/cm3, 98657 reflections
measured (3.342◦ ≤ 2Θ ≤ 52.744◦), 25871 unique (Rint = 0.0328, Rsigma = 0.0396), which were used in all
calculations. The final R1 was 0.0564 (I > 2σ(I)) and wR2 was 0.1810 (all data). Magnetic properties
were determined using a MPMS-XL SQUID magnetometer (Quantum Design Inc., San Diego, CA,
USA) for direct current (dc) and alternating current (ac) measurements. The powdered microcrystalline
sample was immobilised in eicosane. Experimental dc data were recorded at 0.1 T in the temperature
range 5.0–300 K and at 2.0–7.0 K in the field range 0.5–7.0 T. Experimental ac data were collected in the
temperature range 1.8–10 K and frequency range 0–1500 Hz using an amplitude of Bac = 3 G. All data
were corrected for the sample holder contributions and intrinsic diamagnetic contributions that were
determined from Pascal’s constants.
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