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Two-Photon Absorption in Zinc-Blende Semiconductors

C. R. Pidgeon, B. S. Wherrett, A. M. Johnston, J. Dempsey, and A. Miller
Defpartment of Physics, Hertot Wa-tt University, Edinburgh, United Kingdom

(Received 9 April 1979)

It is shown that a three-band, nonparabolic, model for zinc-blende semiconductors
provides a universal curve for the frequency dependence of the bvo-photon coefficient,
whose magnitude differs between semiconductors by the factor (E~ 3np ) . Good agree-
ment is obtained with reported coefficients at 300'K for InSb, Hg& „Cd„Te, GaAs, and
CdTe.

Two-photon absorption can become the domi-
nant loss mechanism for semiconductors subject-
ed to sufficiently intense laser light in the fre-
quency range Svp&E, &28p, where +p is the la-
ser frequency and E, is the energy gap. The
proper understanding of this effect can yield in-
formation not accessible to one-photon transi-
tions, and is important for the operation of a num-
ber of devices such as "inducible absorbers, " two-
photon-pumped and spin-flip Raman lasers, and
infrared detectors. There has been a long-stand-
ing discrepancy, in some cases of more than an
order of magnitude, between reports of the meas-
ured frequency dependence of the two-photon ab-
sorption coefficient and the theoretically predict-
ed values, in particular for two-photon energies
much greater than E, (see, for example, Basov
et al. ,

' Lee and Fan, ' and Doviak et al. ')
We show in the present work that a simple

three-band model calculation provides a single
comprehensive description of both the magnitude
and the frequency dependence of the two-photon
absorption coefficient for a wide range of III-V
and II-VI zinc-blende semiconductors. For a giv-
en photon energy the magnitude of the coefficient

d(An) Kal
dt 28&p

(2)

where r is the recombination coefficient, which
itself may depend on hn. In general, the absorp-
tion due to photocreated holes makes a significant
contribution, in which case K, has to be extract-
ed numerically from the raw transmission data
in terms of Eqs. (1) and (2).~'

Following second-order perturbation theory,
the electron transition rate due to two-photon ab-
sorption is given by'

differs between semiconductors by the factor
(E,'n~') '; n~ is the refractive index at the radia-
tion frequency.

The variation of laser intensity, I, with dis-
tance, z, through the crystal is given by

—dI/ds =K,I+K+'+b, (n 0+a~)I,

where K, and K, are the one- and two-photon ab-
sorption coefficients respectively, o„and ap are
the electron and hole absorption cross sections,
and An is the number of generated free carriers.
If a pulsed laser is the radiation source, bn will
be a function of time given by

n~'c'rn &u~ t, E, -E —he ~ ' ~ (2p)'

where p is the electron momentum operator and
e the polarization of the radiation. The matrix
elements are taken between states of the entire
many-electron system. The two-photon absorp-
tion coefficient is

K, -- (2h(o~ /I')M. (4)

We take the three-band model' for the conduc-
tion and valence bands of zinc-blende semiconduc-
tors. This introduces the important result that,
even for large-gap semiconductors, certain of
the bands become very highly nonparabolic at
wave vectors that are relevant for two-photon ab-

sorption, particularly when 2N&) p is significantly
larger than E,. This nonparabolicity is well es-
tablished from, for example, interband magneto-
optical studies at high energies, ' but has hitherto
been neglected in the analysis of two-photon ab-
sorption. " Under the assumption of spherical
bands, two-photon absorption excites electrons
across the band gap at a wave vector whose mag-
nitude is given by

E&(k) -E;(k) = 28&@&.

We shall consider the three-band model in the
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FIG. 1. Conduction and valence bands of Insb-type
materials near %=0. Typical two-photon absorption
transitions are shown.
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extreme cases: (i) for small-gap semiconductors
in which the spin-orbit splitting, b, is large com-
pared to the band gap, and (ii) in the opposite ex-
treme, where 6 is taken to be zero. In either

case the k value satisfying Eg. (5) is larger in
the nonparabolic model, by a factor of as much
as }t2 as K(.)~ tends to E,. K, is basically propor-
tional to the cube of the k value through the joint
density of states, which is essentially proportion-
al to k (exactly proportional in the parabolic ap-
proximation), and the dipole moment matrix ele-
ments. ' As a result the nonparabolic model is im-
mediately expected to produce results of order 3
times the parabolic approximation. In practice
we shall show that an increase by a factor of 7
occurs for Sw~-E, .

Figure 1 shows the energy bands appropriate
for large spin-orbit splitting. There are two

types of process to be considered for transitions
originating from the I', or I, valence band and
terminating in the F, conduction band. These are
evaluated using the set of band-edge basis func-
tions U, to U» which diagonalize the spin-orbit
interaction in the (J,M ~) representation. "'

There are in total twelve final states in the
summation Qf, each involving sums over inter-
mediate transition schemes of the two types
shown. We first take the limit where we neglect
the split-off band (we show below that this makes
very little difference, even in large-gap materi-
als). We may neglect free mass terms by com-
parison to the conduction and light-hole effective
mass [m„=—m &)

= ~(P'/E, )m/h']. The interme-
diate-state summation for the transition scheme
whereby an electron initially in U, is excited to
U, reduces to

1 2

E„(k)—h(c)

16x I!(Z,„{k)—kkx~}+— k(Z„(k) —kkiu~)I,45 M,„k —h&u~

where E,„(k) and E„(k) are the heavy-hole and light-hole to conduction-band energy gaps at finite k.
It is in the evaluation of the 4 integration that it is essential to account properly for the dependence

of E,„(k) and E«(k) on k. The correct energy gaps are

E „(k)= 1+(1+— ), E, (k)=Z (1+—,)

C'm n~'8(k)~ O'E ~ '135 EE„(k) —h(k}~ E,(k) —8+~

(6)
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where P = (-ih/m)(S~p, ~Z); 8 and y describe the orientation of the radiation polarization with respect
to the chosen k direction. The first term in square brackets corresponds, in the single-particle tran-
sition scheme, to U, - Uy Uy Uy and the second to U, —U„U, -U, transitions. The other two contribu-
tions are neglected under the above approximations. In the summation there are further transitions in-
volving excitation from the light-hole states U„U, to U, and from the heavy-hole states U4 to U„ the
latter specifically requires an intervalence step. Also there are five equivalent transitions from the
valence states to the spin-down conduction state U, .

Carrying out the summation and performing the integration over the angles y, 9 give
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Garrying out the 5-function integration results in

K, = 4p (e'/hc') (P/np'E, ')f (h&u, /E, ),

where

f (n) =
3

—3"' —— +(2n - 1)'~' 4 , , 2 1 ' 1 , , 2 3, (4a —1)n"'+—— n(2a +1)'"a' 45 n Sa-1 (3n —1)' 15 2

(9)

(10)

Thus we have a universal curve for the frequency dependence of K„within the stated approximations.
The curve is scaled only by the factor Pn~ 'E, '. It may be noted, furthermore, that P is constant for
zinc-blende semiconductors to within about 5%. In plotting results we take values for the room-tem-
perature dielectric constant from the literature. '

K, is plotted in Fig. 2; the dramatic divergence from the parabolic approximation, for which

f (n) = "3"'!.(2a —1)'"/n"'](4n —1)

is noted.
Also shown is the calculation for the other limiting extreme in which the spin-orbit splitting 6 is

taken as zero. As there is then no spin mixing in the valence band one can consider as eigenstates
along the k, axis (S-iPkZ/E, ), X, I', and (Z -iPAS/E, ), spin up or spin down. There are then six
terms in g~ each containing at least two contributions in Q, . The resulting two-photon absorption co-
efficient is, however, very similar to the large-6 limit, Eq. (9), with

f (a)=, ——— (4n —1)(2n)'"+2(2a+ 1)' '(2a -1)"' 2 2 1
a' 15 e 3n —1

(12)

Points on the figure refer to experimental de-
termination of K, by Miller et al.."and Bechtel
and Smith. " These show better agreement with
the present nonparabloic-model than with the
parabolic-model calculations.

There are various other reports of experimen-
tal evaluations in the literature. Firstly, we
note that Bechtel and Smith obtain for ZnTe a
value of 0.008 cm M% ', which scales to 14 cm
M% ' in Fig. 2. However, this result was ob-
tained at a two-photon energy only marginally
above the ZnTe band gap. As Lee and Fan' have
shown, exciton effects play an important role in
ZnTe at the band gap. Secondly, we are in ac-
cord with Ref. 11 that the apparent two-photon
coefficient is strongly affected by experimental
technique. If the laser pulses are not reproduced
accurately; then somewhat larger coefficients
may be inferred than the true values; indeed sev-
eral larger values have been reported. '" In con-
trast an anomalously low value of K, for InSb re-
ported previously by one group appears to be as-
sociated with the fact that material of conduction-
electron concentration & 10"cm=' was used; this
produces significant band filling for small-gap
materials, hence reducing K„and gives rise to
strong nonlinear refractive effects that were not
accounted for in the experiment.

In conclusion we have demonstrated a basic fre-
quency dependence of K, . Agreement with exper-
imental results is obtained for compounds whose

! energy gaps vary from 0.18 eV (InSb) to 1.5 eV
(CdTe). At two-photon energies significantly
greater than E~ the parabolic-band model has
been shown to be seriously in error.
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FIG. 2. The two-photon absorption coefficient, E2,
of InSb at room temperature calculated for nonparabolic
bands, emphasizing the increase at high photon ener-
gies with respect to the parabolic model. Full lines
are for the situation ~» E~, while the dashed line is
the result for the opposite extreme, 4 =0. Symbols
indicate experimental results scaled by the factor
Ap @ )/'I'sq E~ )~„qg. The symbols crosses and plus
refer to results obte~~ed by us for InSb and Hgp y8Cdo 20
Te (Ref. 10), with the same room-temperature band
gap (E~ =0.18 eV). Square and tri&~@le are for GaAs N~
=1.35 eV) and CdTe (E~ =1.5 eV) (Ref. 11) sealed by
factors 350 md 394, respectively.
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Angular Momentum of the Cosmic Background Radiation
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The effect of a nontrivial conserved isotropic total angular momentum M =m„2+m
+m, on the equilibrium distribution of energy in a photon gas is examined. It is shown

that the correspondingly modified Planck law takes the form

gp p2
E(v) =constvy ' la[(1—e. a' t' )gl —e ')],

where P and y are parameters determined by the energy and angular momentum. This
law provides a good fit to the spectrum of the cosmic background radiation observed by
Woody and Richards.

Woody and Richards' have reported new meas-
urements of the cosmic background radiation
(CBR) out to 40 cm ', and noted deviations from
a simple blackbody law which are significant at
the 5a level. The possibility of deviations aris-
ing from a nontrivial isotropic angular momen-
tum for the CBR had been noted earlier in the
chronometric cosmology (for which see Segal'),
and it is natural, therefore, to explore this pos-
sibility and to compare its implications with the
recent observations.

More specifically, in the chronometric cos-
mology, the CBR prediction arises from the tem-

poral homogeneity of the theory, which implies
energy conservation, together with the maximiza-
tion of randomness as measured by the entropy.
In accordance with general statistical mechanics,
this yields the Planck law (cf. Mayer' ), but the
possibility remains open a Priori that other con-
Served quantities may exist, and modify the re-
sult correspondingly, which would then not appear
as a simple blackbody law. Thus, if in addition
to the energy H, the quantities K„K„... are con-
served, then maximization of entropy with these
constraints leads to the density matrix D =C
x exp[- (SH +y,Ã, +y+, +. ..)], where C is a nor-
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